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National foreword
This British Standard is the UK implementation of EN 12350-12:2010.

The UK participation in its preparation was entrusted to Technical
Committee B/517/1, Concrete production and testing.

A list of organizations represented on this committee can be
obtained on request to its secretary.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application.

© BSI 2010
ISBN 978 0 580 69216 1
1CS 91.100.30

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 August 2010

Amendments issued since publication
Date Text affected
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This European Standard was approved by CEN on 20 June 2010.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the CEN Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the CEN Management Centre has the same status as the
official versions.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia,
Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland,
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Foreword

This document (EN 12350-12:2010) has been prepared by Technical Committee CEN/TC 104 “Concrete and
related products”, the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, at the latest by January 2011, and conflicting national standards shall be withdrawn at
the latest by January 2011.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

This document has been prepared under a mandate given to CEN by the European Commission and the
European Free Trade Association, and supports essential requirements of EU Directive(s).

This standard is based on the results from the EU-project "Testing-SCC" under the 5" Frame Programme
(GRD2-2000-30024/G6RD-CT-2001-00580).

Owing to its significant advantages in the improvement of construction quality and working environment, self-
compacting concrete (SCC) has been widely accepted by the construction owners. The use of SCC in
practical concrete construction is steadily increasing. Since SCC has to give satisfactory in-situ properties
(perfect filling of the mould and embedment of the reinforcement, homogeneity and full compaction) without
vibration, the proper methods for testing fresh SCC are very important. The consistence of fresh SCC should
basically include three key properties: filling ability, passing ability and resistance to segregation. It is
desirable, especially in the case of new constituents or new concrete compositions, to test the consistence of
fresh SCC before casting in place.

A number of test methods including this test are available for testing fresh SCC. Most of the commonly used
test methods were evaluated in the recently closed EU-project "Testing-SCC" under the 5" Frame Programme
(GRD2-2000-30024/G6RD-CT-2001-00580). According to the results from this EU project, it seems no single
test method can completely cover all the three key properties. Nevertheless any test method should at least
be correlated to the practical situation and give consistent results in order to provide reliable data for judgment
of concrete workability.

This standard is one of a series concerned with testing fresh concrete.

EN 12350, Testing fresh concrete, consists of the following parts:

— Part 1: Sampling

— Part 2: Slump-test

— Part 3: Vebe test

— Part 4: Degree of compactability

— Part 5: Flow table test

— Part 6: Density

— Part 7: Air content — Pressure methods

— Part 8: Self-compacting concrete — Slump-flow test
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