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National foreword
This British Standard is the official English language version 
of EN 12385-6:2004. It supersedes BS 302-6:1987 which is withdrawn.

The UK participation in its preparation was entrusted to Technical Committee 
MHE/2, Wire ropes, which has the responsibility to: 

A list of organizations represented on this committee can be obtained on 
request to its secretary.

Cross-references

The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, 
or by using the “Search” facility of the BSI Electronic Catalogue or of 
British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 24, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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Foreword 

This document EN 12385-6:2004 has been prepared by Technical Committee CEN/TC 168 “Chains, ropes, slings, 
webbing and accessories - Safety”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by August 2004, and conflicting national standards shall be withdrawn at the latest by 
August 2004. 

The other Parts of this European Standard are: 

 Part 1: General requirements 

 Part 2: Definitions, designation and classification 

 Part 3: Information for use and maintenance 

 Part 4: Stranded ropes for general lifting applications 

 Part 5: Stranded ropes for lifts 

 Part 7: Locked coil ropes for mine shafts 

 Part 8: Stranded hauling and carrying-hauling ropes for cableway installations designed to carry persons 

 Part 9: Locked coil carrying ropes for cableway installations designed to carry persons 

 Part 10: Spiral ropes for general structural applications 

 

Part 1 provides the general requirements for Parts 4 to 10.  

Annexes A, B and C are normative. Annexes D and E are informative. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Denmark, 
Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia,  Spain, Sweden, Switzerland and the United Kingdom. 
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Introduction 

During the preparation of this standard, it was assumed that negotiations would take place between the purchaser 
and the manufacturer concerning the intended purpose of the rope. 

Customers, purchasers and users should recognize that ropes for mine shafts are, more often than not, specially 
designed by the rope manufacturer to meet particular hoisting machinery conditions, and particular attention should 
be given to the selection of the correct dimension(s) of rope and associated tolerance. 

Although tables with factors for the calculation of breaking forces, nominal rope length masses and outer wire 
diameters for a number of the more common classes of ropes and tables with physical properties of flat ropes are 
provided, this part of the standard is not limited to those given, providing all the other requirements are met. 
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1 Scope 

This European Standard specifies the special material, manufacturing and testing requirements for stranded ropes 
(with round and/or shaped strands) and flat ropes for use as hoist ropes, stage ropes and balance ropes in mine 
shafts. 

It is used in conjunction with EN 12385-1 and EN 12385-2. 

NOTE  This European Standard can also be used for ropes in other mining applications, e.g. surface mining. 

The additional hazards covered by this part of EN 12385 are listed in clause 4. 

This part of EN 13285 is applicable to ropes for new installations and ropes that have been manufactured after the 
publication of this standard. It may also be applied to spare ropes for existing installations 

2 Normative references 

This European Standard incorporates by dated or undated reference, provisions from other publications. These 
normative references are cited at the appropriate places in the text and the publications are listed hereafter. For 
dated references, subsequent amendments to or revisions of any of these publications apply to this European 
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the 
publication referred to applies (including amendments). 

EN 10264-2, Steel wire and wire products – Steel wire for ropes – Part 2: Cold drawn non alloy steel wire for ropes 
for general applications. 

EN 10264-3, Steel wire and wire products – Steel wire for ropes – Part 3: Round and shaped non alloyed steel wire 
for high duty applications. 

EN 12385-1:2002, Steel wire ropes – Safety – Part 1: General requirements. 

EN 12385-2:2002, Steel wire ropes – Safety – Part 2: Definitions, designation and classification. 

DIN 21258, Preservative compounds for Koepe friction drive winding ropes in mining – Safety requirements and 
testing. 

EN ISO 9001, Quality management systems - Requirements (ISO 9001:2000). 

ISO 3155, Stranded wire ropes for mine hoisting - Fibre components - Characteristics and tests. 

ISO 3156, Stranded wire ropes for mine hoisting - Impregnation compounds, lubricants and service dressing - 
Characteristics and tests. 

3 Terms and definitions 

For the purpose of this European Standard, the terms and definitions in EN 12385-2 apply together with the 
following: 

3.1 
calculated rope diameter dc 
theoretical diameter of a stranded rope where all outer strands just touch each other 
 
3.2 
built-up centre 
centre of a strand comprising a number of small wires manufactured in a separate operation instead of a large 
disproportional centre wire of a parallel or compound lay construction 
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4 List of hazards 

In addition to the hazards listed in clause 4 of EN 12385-1:2002, where applicable, the hazard associated with the 
uncontrolled relative movements between the rope and the driving sheave shall be taken into account (see 5.2.2, 
5.2.3 and 5.3.3 with regard to the associated requirements). 

5 Safety requirements and/or measures 

5.1 General 

In addition to the requirements given in 5.2 to 5.7, the requirements shall also conform to those given in        
EN 12385-1. 

5.2 Materials 

5.2.1 Wire 

5.2.1.1 Before ropemaking 

Round wires, except those which form a built-up centre shall conform to: 

a) EN 10264-3 for hoist ropes and stage ropes; and 

b) EN 10264-2 for balance ropes and the stitching wires of flat hoist ropes. 

For a given rope grade, the tensile strength grades of the wires of stranded round ropes and flat ropes shall not 
exceed the limits given in Table 1.  

Table 1 — Tensile strength grades of wires in stranded round ropes and flat ropes for a given rope grade 

Rope grade Tensile strength grade in N/mm² 

 minimum maximum 

1180 1180 1370 
1270 1180 1370 

1370 1180 1570 
1570 1370 1770 
1670 1570 1860 

1770 1570 1960 
1860 1670 1960 

1960 1770 1960 outer wires; 2160 inner wires 
 

 

For shaped wires as centre wires, the tensile strength grade shall be less than or equal to 900 N/mm², with a 
tolerance not greater than that of the round wires of the same nominal metallic cross-section. 

The tensile strength grades of round and shaped wires used to form built-up centres shall be at least 300 N/mm2. 

For flat ropes, all loadbearing wires shall be of the same tensile strength grade. 

For outer wires the maximum tensile strength grade shall be 1960 N/mm² for bright and class B zinc-coated wires 
and 1770 N/mm² for class A zinc-coated wires. 

For inner wires the maximum tensile strength grade shall be 2160 N/mm² for bright and class B zinc-coated wires 
and 1770 N/mm² for class A zinc-coated wires. 

The minimum tensile strength grade of stitching wires for flat hoist ropes shall be 1150 N/mm². 

Full document details: BS EN 12385-6:2004

http://dx.doi.org/10.3403/02682268
http://dx.doi.org/10.3403/02682268U
http://dx.doi.org/10.3403/02700511U
http://dx.doi.org/10.3403/02544908U
http://www.avadocuments.com/doc/bs-en-12385-6-2004
http://www.avadocuments.com/doc/bs-en-12385-6-2004

