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National foreword

This British Standard is the official English language version of 
EN 12446:2003.
The UK participation in its preparation was entrusted by Technical Committee 
B/506, Chimneys, to Subcommittee B/506/4, Chimneys and their components 
having inner linings of concrete which has the responsibility to: 

EN 12446 is a candidate harmonized European Standard and fully takes into 
account the requirements of the European Commission mandate M 105 
“Chimneys”, given under the EU Construction Products Directive 
(89/106/EEC), and intended to lead to CE marking. The date of applicability of 
EN 12446 as a harmonized European Standard, i.e. the date after which this 
standard may be used for CE marking purposes, is subject to an announcement 
in the Official Journal of the European Communities.
The Commission in consultation with Member States have agreed a transition 
period for the co-existence of harmonized European Standards and their 
corresponding national standard(s). It is intended that this period will 
comprise a period, usually nine months after the date of availability of the 
European Standard, during which any required changes to national 
regulations are to be made, followed by a further period, usually of 12 months, 
for the implementation of CE marking. At the end of this co-existence period, 
the national standard(s) will be withdrawn.
EN 12446 is the subject of transitional arrangements agreed under the 
Commission mandate.
A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.
Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of British 
Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;
— present to the responsible international/European committee any 

enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 28, an inside back cover and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.
Amendments issued since publication
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Foreword

This document (EN 12446:2003) has been prepared by Technical Committee CEN/TC 166 "Chimneys", the
secretariat of which is held by UNI.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by October 2003, and conflicting national standards shall be withdrawn at the latest
by January 2005.

This document has been prepared under a mandate given to CEN by the European Commission and the European
Free Trade Association, and supports essential requirements of EU Directive(s).

For relationship with EU Directive(s), see informative annex ZA, which is an integral part of this document.

This standard is one of a series of co-ordinated standards dealing with specification, design, testing and installation of
chimneys, both single and multi wall.

The co-ordinated package of standards is further divided by material of construction and this European Standard is one
of a series of specifications and execution documents dealing with design and installation of concrete chimney products
and systems.

The standards in this series for concrete chimney products and systems are:

EN 1857: Chimneys - Components - Concrete flue liners

EN 1858: Chimneys - Components - Concrete flue blocks

EN 12446: Chimneys - Components - Concrete outer wall elements

No existing European Standard is superseded by the publication of this standard.

Annexes A and B are normative.

This document contains a bibliography.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovak Republic, Spain, Sweden, Switzerland and the United Kingdom.
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1 Scope

This European Standard specifies the material, dimensional and performance requirements for factory made
concrete outer wall elements for chimneys including fittings.

The standard covers elements having up to four passages designated to accommodate a combination of flue liners
and or air ducts.

This European Standard also relates to storey-height and reinforced outer wall elements.

NOTE 1 Classes in this standard are not derived from conditions referred to in article 3.2 of Directive 89/106/EC and should
only be considered as technical classes in the sense of Commission Guidance Paper E "Levels and classes in the Construction
Products Directive”.

NOTE 2 Any reference to the term ‘outer wall element’ implies both the outer wall elements and their fittings, except where
otherwise indicated.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For dated
references, subsequent amendments to or revisions of any of these publications apply to this European Standard only
when incorporated in it by amendment or revision. For undated references the latest edition of the publication referred
to applies (including amendments).

EN 206-1:2000, Concrete – Part 1: Specification, performance, production and conformity.

prEN 14297, Chimneys - Freeze-thaw resistance test method

EN 1443:1999, Chimneys — General requirements.

EN 1857:2003, Chimneys — Components — Concrete flue liners.

EN 1858:2003, Chimneys — Components — Concrete flue blocks.

EN 10088-2, Stainless steel — Part 2: Technical delivery conditions for sheet/plate and strip for general purposes.

EN 10218-2, Steel wire and wire products —  General — Part 2: Wire dimensions and tolerances.

ISO 2859-1, Sampling procedures for inspection by attributes — Part 1: Sampling schemes indexed by acceptance
quality limit (AQL) for lot-by-lot inspection.

3 Terms and definitions

For the purposes of this European Standard the terms and definitions given in EN 1443:1999 apply, as well as the
following:

3.1
chimney fitting
chimney component, except a chimney section, conveying products of combustion

3.2
concrete
material formed by mixing cement, aggregate and water and with or without the incorporation of admixtures, additions,
glass fibres or steel fibres which develops its properties by hydration of the cement
[EN 206-1:2000]
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3.3
outer wall element
chimney component that surrounds a flue liner to form the outer wall of a chimney

3.4
hollow wall outer wall element
outer wall element having vertical cavities; cavities can pass through both ends

3.5
manufacturer's declared internal transverse dimensions
internal dimensions of the outer wall element measured perpendicular to the longitudinal axis

3.6
manufacturer's declared length
internal length of the outer wall element. Examples of measurement are shown in Figure 1

3.7
manufacturer's declared structural height
maximum safe constructional height of the outer wall elements as declared by the manufacturer

3.8
manufacturer's declared overall wall thickness
dimensions at its thinnest point, between the inside face and the outside face of the outer wall element, not
measured at any joint feature, e.g. spigot/socket end

3.9
reinforced outer wall element
outer wall element  having steel reinforcement to assist handling

3.10
solid wall outer wall element
outer wall element without cavities in the thickness of its walls

3.11
straight outer wall element
outer wall element having the ends perpendicular to the axis of the flue

3.12
storey-height outer wall element
factory made outer wall element having an overall length relating to the floor to floor height of a building

3.13
pre-cast concrete
concrete that is cast and cured in a place other than its final location of use

3.14
resistance to fire of outer wall elements
ability of the outer wall elements and fittings to be resistant to soot fire

Full document details: BS EN 12446:2003
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Key

L Internal length

Figure 1 — Internal length

4 Materials and designation of outer wall elements

4.1 Materials

Outer wall elements shall be pre-cast concrete. Materials shall be identified for factory production control purposes.

NOTE 1 Additions can include glass or steel fibres.

NOTE 2 Attention is drawn to Commission decision 96/603/EC, as amended, in which non-combustible masonry units
containing not more than 1 % by mass or volume (whichever is the more onerous) of homogeneously distributed organic
materials are classified as reaction to fire class A1 without testing.

4.2 Designations and classes

Outer wall elements shall be designated according to their intended nominal working temperature and their
resistance to sootfire, as in clause 9.

Designation classes for outer wall elements for temperature and resistance to fire shall be according to clause 9.

5 Reinforcement

5.1 Where an outer wall element is reinforced the reinforcement shall have a maximum diameter of 8 mm and a
minimum concrete cover of 20 mm on all sides.

5.2 In outer wall elements having a bulk density of less than 2 000 kg/m3, when measured according to A.10 of EN
1857:2003, any reinforcement shall be protected against corrosion by one of the following means :

a) use of stainless steel according to EN 10088-2;
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b) by completely covering any mild steel reinforcement according to EN 10218-2 with a coating (e.g. Portland
cement CEM 1 or CEM 2 mixed with water to form a slurry, or epoxy resin).

6 Surface treatment

6.1 Any surface treatment of the outer wall element, e.g. coatings, shall be factory applied prior to testing.

6.2 Any external surface treatment of the outer wall element, e.g. render, shall be applied as described by the
product manufacturer, prior to testing.

7 Form, dimensions and tolerances

7.1 Form

Outer wall elements covered by this standard shall be manufactured in one of the following forms:

a) with a single passage to accommodate a flue liner;

b) up to four passages to accommodate a combination of up to four flue liners and/or ducts for ventilation air.

7.2 Dimensions

Outer wall elements shall have a wall thickness not less than 20 mm.

7.3 Tolerances

Tolerances on manufacturer’s declared dimensions, including taper, shall be:

a) Declared internal transverse dimensions

below 300 mm : ± 3 mm
300 mm and above : ± 1,5 %

b) Declared length
below 300 mm : ± 5 mm
300 mm to 700 mm : ± 7 mm
above 700 mm : –  10 mm

c) Declared overall wall thickness
below 10 mm : + 2 mm

: - 1 mm
10 mm to 40 mm : + 5 mm – 1,5 mm
above 40 mm : + 12 %  - 5 %

:

7.4 Squareness of ends

When testing in accordance with either procedure described in A.3 of EN 1857:2003 the permissible deviation from
squareness of ends of concrete outer wall elements shall not be greater than 10 mm at 'G' for the first procedure.
With the second procedure the deviation shall not be more than 5 mm at 'G' for elements up to 400 mm at 8 mm at
'G' for elements greater than 400 mm in length (height).
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