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Foreword 

This document (EN 12472:2005+A1:2009) has been prepared by Technical Committee CEN/TC 347 “Methods for 
analysis of allergens”, the secretariat of which is held by DS. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by December 2009, and conflicting national standards shall be withdrawn at the latest 
by December 2009. 

This document includes Amendment 1, approved by CEN on 2009-05-21. 

This European Standard supersedes !EN 12472:2005." 

The start and finish of text introduced or altered by amendment is indicated in the text by tags !". 

This European Standard has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech Republic, 
Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, 
Switzerland and United Kingdom. 
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Introduction 

The wear of objects in contact with the skin depends very much on the type and shape of the objects and the 
activities of the person concerned.  This procedure attempts to simulate the wear and corrosion on a coated article 
during two years of normal use.  By its nature this is a pragmatic solution to the problems posed by the evaluation 
of coated items in contact with the skin, which may be subject to several kinds and varying degrees of wear. 

In order to show compliance with Directive 94/27/EC, items should be tested in accordance with the appropriate 
European harmonised standard(s), the references of which have been published by the European Commission in 
the Official Journal of the European Communities.  Currently, these are EN 1810, EN 1811 and this European 
Standard. 
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