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European foreword 

This document (EN 12697-35:2025) has been prepared by Technical Committee CEN/TC 227 “Road 
materials”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by August 2025, and conflicting national standards shall be 
withdrawn at the latest by August 2025. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 12697-35:2016. 

EN 12697-35:2025 includes the following significant technical changes with respect to EN 12697-
35:2016: 

— (Clause 1) Scope modified to be in line with subclause 6.1 and the amended titles for the Annexes; 

— (Clause 2) deletion of normative references that are considered informative. Listed in the 
Bibliography; 

— (Clause 2) deletion of normative reference to EN 12697-38 as it is obsolete and will be deleted from 
the EN 12697 series; 

— (Clause 2) correction of title of EN 12697-42 by deletion of “for hot mix asphalt”; 

— (Clause 4) NOTE completed with “of a mixture or for the reference installation temperature of mastic 
asphalt” due to the amended subclause 6.1 and Table 1. 

— (3.2) explanation of symbol p: completed with “expressed in %”; 

— (5.1) NOTE reworded to normal text; 

— (5.2) deletion of reference to EN 12697-38. Paragraph completed for clarity with « for mixtures or 
the reference installation temperature for mastic asphalt due to the amended subclause 6.1 and 
Table 1. Replacement of “accuracy” with “maximum permissible error of 5°C; 

— (5.3) “measuring” altered to “weighing”. Deletion of reference to EN 12697-38. Replacement of 
“accuracy” with “maximum permissible error at least 0,1 g for masses up to 5 kg, and 1 g for masses 
over 5 kg; 

— (5.4) introduction of new Clause with requirements for balance for the weighing of additives (smaller 
amounts). Following Clauses re-numbered accordingly;  

— (5.5) deletion of reference to EN 12697-38. Replacement of “accuracy” with “maximum permissible 
error of 2°C. (Previously 5.4); 

— (5.6) deletion of reference to EN 12697-38. Replacement of “accuracy” with “maximum permissible 
error of 2°C. (Previously 5.5); 

— (6.1)  clause title “Mixing temperature” amended to read to read “Reference compaction temperature 
for  mixtures and reference installation temperature for mastic asphalt”; 
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— (6.1) paragraph amended for clarity. References to EN 12591, EN 13924-1, EN 14023, EN 13924-2 
placed in new NOTE 1 and new NOTE 2. References to EN 13108-1 to −7 and −9 deleted and replaced 
by new NOTE 3 for the guidance of calculations of the penetration or the softening point of the binder. 
Existing NOTE re-numbered to NOTE 4; 

— (6.1) Table 1: Title completed with “reference installation temperature for mastic asphalt mixtures”. 
Table 1 completed with column for the reference installation temperature for mastic asphalt 
mixtures; 

— (6.1) completion with paragraphs for the reference to the respective normative Annexes A and B; 

— (6.2.2) replacement of “accuracy” with “to the nearest”; 

— (6.2.3) replacement of “accuracy of 1%” with “to the nearest 0,1 g”; 

— (6.2.4) completion of paragraph to take into account additives such as pigments and fibres; 

— (6.3.1) replacement of “accuracy” with “to the nearest”; 

— (6.3.2) paragraph modified for clarity; 

— (6.3.3, 6.3.4) text in clauses merged and reworded for clarity. Following clauses re-numbered; 

— (6.3.3) NOTE with examples of precautions to avoid build-up pressure reworded to normal text; 

— (6.3.4) (previously 6.3.5). Paragraph clarified regarding the introduction of reclaimed asphalt when 
the   reclaimed asphalt is note heated to the full target laboratory mixing   temperature at the mixing 
plant or when the procedure is not determined with the completion that the reclaimed asphalt 
temperature shall be indicated in the test report;    

— (6.3.4) (previously 6.3.5). NOTE deleted. 

— (6.3.6) (previously 6.3.7). NOTE in 6.3.8 (previous version) reworded to normal text and introduced 
in 6.3.6; 

— (6.4) paragraph introduced for the preheating of binders for mastic asphalt. 1st paragraph of NOTE 2 
has been altered to normal text; 

— (6.5.2) introduction of new NOTE 2 with reference to EN 13043. “NOTE” renumbered to NOTE 1; 

— (6.5.3) NOTE reworded to normal text; 

— (6.5.6) addition of informative NOTE regarding laboratory mixing times for mastic asphalt; 

— (6.5.8) paragraph added with recommendation to proceed with subsequent testing within 1 h after 
completed mixing;  

— (6.5.8) completion with paragraph for the reference to the normative Annex C. 

— (Clause 7) introductory paragraph and list of bullets revised. Addition of bullet h) for temperature of 
the added reclaimed asphalt;  

— (Annex A) title amended to read “Laboratory mixing using foamed bitumen” for clarity; 
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— (A.1) completion with a general description for the procedure; 

— (A.3.4.2) paragraph clarified regarding optimum water content for foamed bitumen. NOTE revised 
for clarity; 

— (A.4.4.2) paragraph revised for clarity. Addition of optimum water content;  

— (A.5.3.2) replacement of “accuracy” with “to the nearest 0,1g; 

— (Annex B) title amended to read “Laboratory mixing using bitumen emulsion” for clarity; 

— (B.2.1.3) NOTE reworded to normal text; 

— (B.2.2.4) introduction of new subclause for the measurement of the water content of the reclaimed 
asphalt; 

— (B.2.3.2) last paragraph transferred to new subclause B.2.3.3 for clarity and in line with B.3.3.2. NOTE 
reworded to normal text; 

— (B.2.4.4) deletion of Clause for waiting time after mixing. Following Clause re-numbered; 

— (B.3.3.2) NOTE reworded to normal text and introduced in paragraph in line with B.3.3.2; 

— (B.3.4.4) amendment of waiting time after mixing “(30 ± 5) s” to read (300 ± 5) s; 

— (Annex C) title amended to read “Preparation of mastic asphalt specimens” for clarity; 

— (C.1) NOTE revised to refer to EN 12697-20; 

— (C.2) amendment of maximum temperature of the temperature ranges from 150°C to read 160°C. 
NOTE reworded to normal text; 

— (Bibliography) completed with references to documents that are referred to informatively in this 
document. Deletion of reference to EN 12595 as not referred to in this document. 

A list of all parts in a series can be found on the CEN website: www.cencenelec.eu. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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