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European foreword 

This document (EN 12697-4:2023) has been prepared by Technical Committee CEN/TC 227 “Road 
materials”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by October 2023, and conflicting national standards shall 
be withdrawn at the latest by October 2023. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 12697-4:2015. 

The main changes compared to the previous edition are listed below: 

— general update of standard texts according to CEN/CENELEC Internal Regulations Part 3:2019; 

— [Clause 1] clarification of the scope; 

— [Clause 2] deletion of “for hot mix asphalt” for EN 12697-1 and correction of dated reference; 

— [Clause 2] deletion of reference to EN 12697-3. Added to Bibliography; 

— [Clause 2] deletion of reference to EN 12697-38; 

— [Clause 5.2.1] deletion of paragraph describing calibration and maintenance for the centrifuge with 
reference to EN 12697-38; 

— [Clause 5.3.2] clarification of the temperature capacity for oil bath; 

— [Clause 5.3.5] the term “accuracy” for thermometer replaced by “maximum permissible error; 

— [Clause 7.1.2] correction of dated reference to EN 12697-1:2020; 

— [Clause 7.3.5] completion of tolerances for temperatures; 

— [Clause 9] revision of data to be reported; 

— [Clause 10.1] completion with reference to Table 1 in paragraph; 

— [Figure 2] completion with keys for X and Y. 

A list of all parts in the EN 12697 series can be found on the CEN website. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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Introduction 

WARNING — The method described in this document may require the use of dichloromethane 
(methylene chloride), 1,1,1 trichlorethane, benzene, trichlorethylene, xylene, toluene or other 
solvent capable of dissolving bitumen. These solvents are hazardous to health and are subject to 
occupational exposure limits as detailed in relevant legislation and regulations. 

Exposure levels are related to both handling procedures and ventilation provision and it is emphasized 
that adequate training should be given to staff employed in the usage of these substances. 
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