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European foreword 

This document (EN 12697-6:2020) has been prepared by Technical Committee CEN/TC 227 “Road 
materials”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by August 2020, and conflicting national standards shall 
be withdrawn at the latest by August 2020. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 12697-6:2012. 

The following is a list of significant technical changes since the previous edition: 

— the title no longer makes the method exclusively for hot mix asphalt; 

— [ge] editorial update according to current standard template; 

— [ge] NOTEs adjusted according to ISO/IEC Directives – Part 2:2016, 24.5; 

— [Clause 2] correction of title for EN 12697-29. Reference to EN 13108-20 deleted; 

— [6.1.1] description of accuracy for balance amended to; “With an accuracy of at least 0,1 g for 
masses up to 5 kg, and 1 g for masses over 5 kg. (Ref. EN 12697-38); 

— [6.2.2] description added for accuracy of thermometer to ± 0,5 °C (Ref. EN 12697-38); 

— [6.4.1] dated reference of EN 12697-29 deleted; 

— [9.3 f)] clarified that also procedure D may be applicable; 

— [9.4 a)] amended to include procedure when damp specimen is tested; 

— [9.4 c)] added reference to 5.2 Additional materials for the sealed specimen procedure; 

— [11.1] editorial: σR = (8 - 28) amended to read σR = (8 to 28) and R = (22 - 82) amended to read 
R = (22 to 82); 

— [A.1] reference to EN 13108-20 deleted; 

— [A.2] new NOTE 2 added referring to relevant ASTM methods; 

— [A.3 a)] completed with limitation for procedure A, up to void content 7 %; 

— [A.3 b)] limitation for procedure A, amended to void content 7 %; 

— [A.3 c)] air voids level amended from 15 % to 10 %; 

— [A.3 c)] sentence, stating that procedure C is less convenient and rarely used, deleted; 

— [A.3 d)] air voids level amended from 15 % to 10 %. 
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A list of all parts in the EN 12697 series can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom. 
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