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National foreword

This British Standard is the official English language version of 
EN 12759:2001.

The UK participation in its preparation was entrusted to Technical Committee 
TCI/78, Coated fabrics, which has the responsibility to: 

A list of organizations represented on this committee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Standards 
Catalogue under the section entitled “International Standards Correspondence 
Index”, or by using the “Find” facility of the BSI Standards Electronic 
Catalogue.
A British Standard does not purport to include all the necessary provisions of 
a contract. Users of British Standards are responsible for their correct 
application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible European committee any enquiries on the 
interpretation, or proposals for change, and keep the UK interests 
informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages
This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 14, an inside back cover and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.
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Foreword

This European Standard has been prepared by Technical Committee CEN/TC 248 "Textiles
and textile products", the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication
of an identical text or by endorsement, at the latest by February 2002, and conflicting national
standards shall be withdrawn at the latest by February 2002.

EN 12759 contains two informative annexes : annex A, which gives examples of test liquids,
and annex B which suggests a range of possible test temperatures.

This standard includes a Bibliography.

According to the CEN/CENELEC Internal Regulations, the national standards organizations
of the following countries are bound to implement this European Standard: Austria, Belgium,
Czech Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and the United
Kingdom.
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1 Scope

This European Standard describes two methods of evaluating the resistance of fabrics coated
with plastics or with vulcanised rubber to the action of liquids by measurement of selected
properties of the materials before and after immersion in selected liquids.

The methods described in this European Standard concern the following determinations :

a) Method 1 : Change of physical properties after immersion in test liquids

b) Method 2 : Change of physical properties after exposure and evaporation of volatile
test liquids.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other
publications. These normative references are cited at the appropriate places in the text and the
publications are listed hereafter. For dated references, subsequent amendments to or revisions
of any of these publications apply to this European Standard only when incorporated in it by
amendment or revision. For undated references the latest edition of the publication referred to
applies (including amendments).

EN ISO 2231  Rubber- or plastics-coated fabrics - Standard atmospheres for conditioning and
testing (ISO 2231:1989)

EN ISO 2286-1  Rubber- or plastics-coated fabrics - Determination of roll characteristics -
Part 1: Methods for determination of length, width and net mass (ISO 2286-1:1998)

3 Principle

This European Standard provides a procedure for exposing test specimens to the influence of
liquids under defined conditions of temperature and time. Selected properties are determined
according to the relevant European or International Standards. Test specimens are then
immersed in selected liquid(s) and the properties determined again. The percentage change or
the values before and after immersion are measures of the resistance of the material to the
selected liquid(s).

4 Test liquids for methods 1 and 2

As commercial liquids may not have an entirely constant composition, a standard immersion
liquid consisting of well-defined chemical compounds or mixture of compounds shall be used.
Some suitable liquids are recommended in annex A (informative).

When a commercial liquid is used, the test report shall mention all the available information
about its origin, composition, properties, e.g. viscosity, aniline point, etc.,  and batch number.

Full document details: BS EN 12759:2001

http://dx.doi.org/10.3403/00663775U
http://dx.doi.org/10.3403/00663775
http://dx.doi.org/10.3403/01425413U
http://dx.doi.org/10.3403/01425413
http://www.avadocuments.com/doc/bs-en-12759-2001
http://www.avadocuments.com/doc/bs-en-12759-2001


EN 12759:2001 (E)

4

NOTE  For test purpose, it is usually desirable to use the liquid(s) with which the coated
fabric will come into contact during use. When testing to determine the effect of chemical
solutions, the concentration of the solutions should be appropriate to the proposed application.

WARNING  Appropriate safety precautions should be taken when preparing and handling test
liquids, especially those known to be toxic, corrosive or flammable. Products giving off fumes
should be handled only under an efficiently ventilated hood, corrosive products should not be
allowed to come into contact with the skin or ordinary clothing, and flammable products
should be kept away from any source of ignition.

In addition, attention is drawn to the possible damaging of test equipment (e.g. clamps or
jaws) when using corrosive test liquids.

5 Test conditions for methods 1 and 2

5.1 Temperature

Use a test temperature approximating those found during use. Maintain the test
temperature (T) at T � 2 °C.

Unless otherwise specified or agreed upon, test temperature (T) should be one of the standard
temperatures given in annex B.

5.2 Immersion period

The following immersion periods are recommended :

22 h � 0,25 h ;     46 h �  0,25 h ;     72 h �  2 h ;     168 h �  2 h ;     multiples of 7 days �  2 h.

NOTE  When testing for changes in physical properties, it is advisable to use such a period of
immersion that equilibrium is allowed to be reached. To define this equilibrium, it is
recommended to carry out preliminary measurements with several periods of immersion,
recording the results as a function of time. Whenever practicable, the total immersion period
should be chosen to extend far beyond the point of maximum variation.

5.3 Light

Immersion tests shall be conducted in the absence of direct light.

5.4 Time lapse between manufacturing and testing

The minimum time lapse between manufacturing and testing shall be 16 h.
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