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National foreword

This British Standard is the UK implementation of EN 12871:2013. It 
supersedes BS EN 12871:2010 which is withdrawn.

Whilst evaluating the compliance of wood or wood‑based floor or roof 
decking (domestic and non-domestic), in accordance with the procedure in 
Clause 6, and taking into account the requirements for concentrated load 
given in the National Annex to EN 1991-1-1, the UK committee has given 
the following recommendations:

1. � Floor decking in ground floors and in intermediate floors should be 
assigned to service class 1.

2. � Roof decking should be assigned to service class 1 or 2 where 
appropriate.

3. � Roof decking may be considered as short term loading where access is 
limited.

4. � The partial factor ΥQ may be taken as 1.35 (utilising KFI of 0.9 given in 
Annex B of EN 1990 for Reliability Class RC1) for both floors and roofs.

5. � The reduction factor Kred as defined in Annex B (B.2.3) of this standard 
should be set at 0.89.

6. � In the UK there is no codified deflection limit for panels spanning 
between joists, therefore the example limits in equations B.2 and B.3 in 
Annex B (informative) are not relevant.

The UK participation in its preparation was entrusted to Technical 
Committee B/541, Wood based panels.

A list of organizations represented on this committee can be obtained 
on request to its secretary.

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application.
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Foreword

This document (EN 12871:2013) has been prepared by Technical Committee CEN/TC 112 “Wood-based 
panels”, the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by December 2013, and conflicting national standards shall be withdrawn 
at the latest by December 2013.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN 12871:2010.

Compared to EN 12871:2010, the following changes have been made:

a) the title of the standard has been changed, because this standard now only deals with determining 
performance characteristics;

b) proposals for national performance requirements are given in Annex B; Annex B includes a new reduction 
factor for ultimate limit state;

c) for soft body impact tests, 3 impact classes have been defined to describe the performance; they can be 
related to load categories as suggested in Annex B;

d) this standard does not include testing of racking behaviour nor uniformly distributed loads as these are 
covered by testing according to EN 594 or calculation according to EN 1995-1-1 respectively;

e) the possibility to increase the span in dependence on the roof slope was included to Annex B;

f) the reference for the statistical evaluation of the results has been changed to EN 1058;

g) the load pad used for point load testing is now 50 mm x 50 mm in all cases, see Annex A.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom.
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Introduction

This European Standard provides methods for determining performance characteristics for concentrated loads 
and impact on wood-based panels used for structural floor or roof decking and for impact on wood-based 
panels used for wall sheathing.

This European Standard takes the approach of type testing specific structures. This approach yields an 
optimised design since the results from the testing shall apply only to one specific design.

This revision incorporates experiences from use, adopts the load area for concentrated load defined in 
EN 1991-1-1 and the evaluation methods from EN 1058.

This European Standard contains an informative annex with proposals for national requirements to the 
characteristics determined by this European Standard, based on Eurocodes and national annexes.
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Foreword

This document (EN 12871:2013) has been prepared by Technical Committee CEN/TC 112 “Wood-based 
panels”, the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by December 2013, and conflicting national standards shall be withdrawn 
at the latest by December 2013.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN 12871:2010.

Compared to EN 12871:2010, the following changes have been made:

a) the title of the standard has been changed, because this standard now only deals with determining 
performance characteristics;

b) proposals for national performance requirements are given in Annex B; Annex B includes a new reduction 
factor for ultimate limit state;

c) for soft body impact tests, 3 impact classes have been defined to describe the performance; they can be 
related to load categories as suggested in Annex B;

d) this standard does not include testing of racking behaviour nor uniformly distributed loads as these are 
covered by testing according to EN 594 or calculation according to EN 1995-1-1 respectively;

e) the possibility to increase the span in dependence on the roof slope was included to Annex B;

f) the reference for the statistical evaluation of the results has been changed to EN 1058;

g) the load pad used for point load testing is now 50 mm x 50 mm in all cases, see Annex A.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
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Introduction

This European Standard provides methods for determining performance characteristics for concentrated loads 
and impact on wood-based panels used for structural floor or roof decking and for impact on wood-based 
panels used for wall sheathing.

This European Standard takes the approach of type testing specific structures. This approach yields an 
optimised design since the results from the testing shall apply only to one specific design.

This revision incorporates experiences from use, adopts the load area for concentrated load defined in 
EN 1991-1-1 and the evaluation methods from EN 1058.

This European Standard contains an informative annex with proposals for national requirements to the 
characteristics determined by this European Standard, based on Eurocodes and national annexes.
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1 Scope

This European Standard specifies:

• concentrated load test and assessment methods for floor and roof decking;

• soft body impact assessment methods and classification system for floors, roofs and walls.

This European Standard does not include racking testing or uniformly distributed loads as these are covered 
by testing according to EN 594 or calculation according to EN 1995-1-1 respectively.

This European Standard specifies the procedure for determining the performance characteristics through type 
testing, of load-bearing wood-based panels fitted on:

a) structural joists for decking:

1) in flooring applications in load categories A, B, C and D;

2) in roof applications in load categories H and I;

for which type testing involves:

i) punching shear under concentrated loading;

ii) vertical soft body impact;

b) studs for walling application for which type testing involves:

1) pendular soft body impact.

Annex A (normative) lists modifications to EN 1195, particularly the contact area of the loading head that may 
be used for concentrated loading.

Annex B (informative) provides proposals for national performance requirements.

Annex C (informative) provides examples for a decking application in a floor and a roof.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies.

2.1 General

EN 596, Timber structures — Test methods — Soft body impact test of timber framed walls

EN 789, Timber structures — Test methods — Determination of mechanical properties of wood based panels

EN 1058, Wood-based panels — Determination of characteristic 5-percentile values and characteristic mean 
values

EN 1156, Wood-based panels — Determination of duration of load and creep factors

EN 1195, Timber structures — Test methods — Performance of structural floor decking

BS EN 12871:2013
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EN 1990:2002, Eurocode — Basis of structural design 

EN 1991-1-1, Eurocode 1: Actions on structures — Part 1-1: General actions — Densities, self-weight, 
imposed loads for buildings

EN 1995-1-1:2004, Eurocode 5: Design of timber structures — Part 1-1: General — Common rules and rules 
for buildings

2.2 Product standards

EN 300, Oriented Strand Boards (OSB) — Definitions, classification and specifications

EN 312, Particleboards — Specifications 

EN 622-2, Fibreboards — Specifications — Part 2: Requirements for hardboards

EN 622-3, Fibreboards — Specifications — Part 3: Requirements for medium boards

EN 622-5, Fibreboards — Specifications — Part 5: Requirements for dry process boards (MDF)

EN 634-2, Cement-bonded particleboards — Specifications — Part 2: Requirements for OPC bonded 
particleboards for use in dry, humid and external conditions

EN 636, Plywood — Specifications

EN 13353, Solid wood panels (SWP) — Requirements

EN 14279, Laminated Veneer Lumber (LVL) — Definitions, classification and specifications

3 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

3.1
service class 1
service class 1 is characterised by a moisture content in the materials corresponding to a temperature of 
20 °C and the relative humidity of the surrounding air only exceeding 65 % for a few weeks per year

[SOURCE: EN 1995-1-1:2004, 2.3.1.3]

3.2
service class 2
service class 2 is characterised by a moisture content in the materials corresponding to a temperature of 
20 °C and the relative humidity of the surrounding air only exceeding 85 % for a few weeks per year

[SOURCE: EN 1995-1-1:2004, 2.3.1.3]

3.3
service class 3
service class 3 is characterised by climatic conditions leading to higher moisture contents than in service 
class 2

[SOURCE: EN 1995-1-1:2004, 2.3.1.3]
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1 Scope

This European Standard specifies:

• concentrated load test and assessment methods for floor and roof decking;

• soft body impact assessment methods and classification system for floors, roofs and walls.

This European Standard does not include racking testing or uniformly distributed loads as these are covered 
by testing according to EN 594 or calculation according to EN 1995-1-1 respectively.

This European Standard specifies the procedure for determining the performance characteristics through type 
testing, of load-bearing wood-based panels fitted on:

a) structural joists for decking:

1) in flooring applications in load categories A, B, C and D;

2) in roof applications in load categories H and I;

for which type testing involves:

i) punching shear under concentrated loading;

ii) vertical soft body impact;

b) studs for walling application for which type testing involves:

1) pendular soft body impact.

Annex A (normative) lists modifications to EN 1195, particularly the contact area of the loading head that may 
be used for concentrated loading.

Annex B (informative) provides proposals for national performance requirements.

Annex C (informative) provides examples for a decking application in a floor and a roof.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies.

2.1 General

EN 596, Timber structures — Test methods — Soft body impact test of timber framed walls

EN 789, Timber structures — Test methods — Determination of mechanical properties of wood based panels

EN 1058, Wood-based panels — Determination of characteristic 5-percentile values and characteristic mean 
values

EN 1156, Wood-based panels — Determination of duration of load and creep factors

EN 1195, Timber structures — Test methods — Performance of structural floor decking
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EN 1990:2002, Eurocode — Basis of structural design 

EN 1991-1-1, Eurocode 1: Actions on structures — Part 1-1: General actions — Densities, self-weight, 
imposed loads for buildings

EN 1995-1-1:2004, Eurocode 5: Design of timber structures — Part 1-1: General — Common rules and rules 
for buildings

2.2 Product standards

EN 300, Oriented Strand Boards (OSB) — Definitions, classification and specifications

EN 312, Particleboards — Specifications 

EN 622-2, Fibreboards — Specifications — Part 2: Requirements for hardboards

EN 622-3, Fibreboards — Specifications — Part 3: Requirements for medium boards

EN 622-5, Fibreboards — Specifications — Part 5: Requirements for dry process boards (MDF)

EN 634-2, Cement-bonded particleboards — Specifications — Part 2: Requirements for OPC bonded 
particleboards for use in dry, humid and external conditions

EN 636, Plywood — Specifications

EN 13353, Solid wood panels (SWP) — Requirements

EN 14279, Laminated Veneer Lumber (LVL) — Definitions, classification and specifications

3 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

3.1
service class 1
service class 1 is characterised by a moisture content in the materials corresponding to a temperature of 
20 °C and the relative humidity of the surrounding air only exceeding 65 % for a few weeks per year

[SOURCE: EN 1995-1-1:2004, 2.3.1.3]

3.2
service class 2
service class 2 is characterised by a moisture content in the materials corresponding to a temperature of 
20 °C and the relative humidity of the surrounding air only exceeding 85 % for a few weeks per year

[SOURCE: EN 1995-1-1:2004, 2.3.1.3]

3.3
service class 3
service class 3 is characterised by climatic conditions leading to higher moisture contents than in service 
class 2

[SOURCE: EN 1995-1-1:2004, 2.3.1.3]
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