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National foreword

This British Standard is the UK implementation of EN 13074-2:2011.
It supersedes BS EN 14895:2006 which is withdrawn.

The UK participation in its preparation was entrusted to Technical
Committee PTI/13, Petroleum Testing and Terminology.

A list of organizations represented on this committee can be
obtained on request to its secretary.

Energy Institute, under the brand of IP, publishes and sells all Parts 
of BS 2000, and all BS EN petroleum test methods that would be 
Part of BS 2000, both in its annual publication “Standard methods 
for analysis and testing of petroleum and related products and 
British Standard 2000 Parts” and individually.

Further information is available from: 

Energy Institute, 61 New Cavendish Street, London W1G 7AR. 

Tel: 020 7467 7100. Fax: 020 7255 1472.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application. 

© BSI 2011 

ISBN 978 0 580 64492 4 

ICS 75.140; 91.100.50 

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 March 2011. 

Amendments issued since publication

Date                     Text affected

Full document details: BS EN 13074-2:2011

http://dx.doi.org/10.3403/30111161
http://dx.doi.org/10.3403/BS2000
http://dx.doi.org/10.3403/BS2000
http://www.avadocuments.com/doc/bs-en-13074-2-2011
http://www.avadocuments.com/doc/bs-en-13074-2-2011


BS EN 13074-2:2011

 

 

 
EUROPEAN STANDARD 

NORME EUROPÉENNE 

EUROPÄISCHE NORM 

 
 EN 13074-2 
  

 
 February 2011 

ICS 91.100.50 Supersedes EN 14895:2006

English Version 

 Bitumen and bituminous binders - Recovery of binder from 
bituminous emulsion or cut-back or fluxed bituminous binders - 

Part 2: Stabilisation after recovery by evaporation 

 

Bitumes et liants bitumineux - Récupération du liant d'une 
émulsion de bitume ou d'un bitume fluidifié ou fluxé - Partie 

2: Stabilisation après récupération par évaporation 

 Bitumen und bitumenhaltige Bindemittel - Rückgewinnung 
des Bindemittels aus Bitumenemulsion oder verschnittenen 

oder gefluxten Bitumen - Teil 2: Stabilisierung nach 
Rückgewinnung durch Verdunstung 
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