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European foreword 

This document (EN 13282-3:2024) has been prepared by Technical Committee CEN/TC 51 “Cement and 
building limes”, the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2024, and conflicting national standards shall 
be withdrawn at the latest by September 2024. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 13282-3:2015. 

This European Standard series, EN 13282, Hydraulic road binders, consists of the following parts: 

— Part 1: Rapid hardening hydraulic road binders — Composition, specifications and conformity criteria; 

— Part 2: Normal hardening hydraulic road binders — Composition, specifications and conformity 
criteria; 

— Part 3: Assessment and verification of constancy of performance. 

This document should be linked with Annexes ZA of European Standards covering hydraulic road 
binders, i.e. EN 13282-1 and EN 13282-2 [1, 2]. 

NOTE The reason for having drafted this separate document is that the provisions it includes are applicable to 
different products covered by different European Standards. 

Compared to the previous edition, EN 13282-3:2015, the following significant technical changes have 
been included in this document: 

a) use of the terminology given by the Delegated Regulation (EU) No 568/2014 amending Annex V to 
Regulation (EU) No 305/2011 (Construction Products Regulation) [3, 4], in particular adoption of 
the tasks defined in the Delegated Regulation for AVCP system 2+ for a re-arrangement of the clauses 
of this document; 

b) numbering of the clauses according to the order of the tasks specified in this Delegated Regulation; 

c) removal of the rules for dispatching centres;  

d) clarification/specification of the rules for depots; 

e) replacement of the term “works’ quality manual” by “works’ quality documentation”; 

f) replacement of the term “management representative” by “quality manager”. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
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