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Foreword

This document (EN 13286-43:2003) has been prepared by Technical Committee CEN/TC 227 "Road materials",
the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by September 2003, and conflicting national standards shall be withdrawn at the
latest by December 2004.

This European Standard is one of a series of standards as listed below.

EN 13286-1, Unbound and hydraulically bound mixtures — Part 1: Test methods for laboratory reference density
and water content — Introduction, general requirements and sampling .

prEN 13286-2, Unbound and hydraulically bound mixtures — Part 2: Test methods for laboratory reference density
and water content — Proctor compaction.

EN 13286-3, Unbound and hydraulically bound mixtures — Part 3: Test methods for laboratory reference density
and water content — Vibrocompression with controlled parameters.

EN 13286-4, Unbound and hydraulically bound mixtures — Part 4: Test methods for laboratory reference density
and water content — Vibrating hammer.

EN 13286-5, Unbound and hydraulically bound mixtures — Part 5: Test methods for laboratory reference density
and water content — Vibrating table.

prEN 13286-7, Unbound and hydraulically bound mixtures — Part 7: Cyclic load triaxial test for unbound mixtures.

EN 13286-40, Unbound and hydraulically bound mixtures — Part 40: Test method for the determination of the
direct tensile strength of hydraulically bound mixtures.

EN 13286-41, Unbound and hydraulically bound mixtures — Part 41: Test method for the determination of the
compressive of strength of hydraulically bound mixtures.

EN 13286-42, Unbound and hydraulically bound mixtures — Part 42: Test method for the determination of the
indirect tensile strength of hydraulically bound mixtures.

EN 13286-43, Unbound and hydraulically bound mixtures — Part 43: Test method for the determination of the
modulus of elasticity of hydraulically bound mixtures.

prEN 13286-44, Unbound and hydraulically bound mixtures — Part 44: Test method for the determination of the
alpha coefficient of vitrified blastfurnace slag.

prEN 13286-45, Unbound and hydraulically bound mixtures — Part 45: Test method for the determination of the
workability period of hydraulically bound mixtures.

prEN 13286-46, Unbound and hydraulically bound mixtures — Part 46: Test method for the determination of the
moisture condition value.

prEN 13286-47, Unbound and hydraulically bound mixtures — Part 47: Test method for the determination of
California bearing ratio, immediate bearing index and linear swelling.

prEN 13286-48, Unbound and hydraulically bound mixtures — Part 48: Test method for the determination of the
degree of pulverisation.
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