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National foreword

This British Standard is the official English language version of 
EN 13295:2004.

The UK participation in its preparation was entrusted by Technical Committee 
B/517, Concrete, to Subcommittee B/517/8, Protection and repair of concrete 
structures, which has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of British 
Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 15 and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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Foreword

This document (EN 13295:2004) has been prepared by Technical Committee CEN/TC 104 “Concrete and
related products”, the secretariat of which is held by DIN.

It has been prepared by sub-committee 8 "Protection and repairs of concrete structures" (Secretariat AFNOR).

This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, at the latest by November 2004, and conflicting national standards shall be withdrawn
at the latest by November 2004.

Annex A is normative.

This European Standard is one of a series dealing with products and systems for the protection and repair of
concrete structures. It describes a method for determining the resistance to carbonation of a test specimen
made from a repair product or system, excluding application of a protective coating system.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic,
Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania,
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, Spain, Sweden, Switzerland
and United Kingdom.
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1 Scope

This European Standard specifies an accelerated laboratory method for measuring the resistance against
carbon dioxide penetration through repair products and systems, as defined in prEN 1504-3. The method is
based on measurement of the depth of carbonation of the sample in a concentrated carbon dioxide
atmosphere over a fixed time interval.  The method is suitable for assessing the performance of repair grouts,
mortars and concretes without a protective coating system applied.

The method does not measure the resistance to reduction in pH-value that may occur by absorption of other
acidic gases (e.g. SO2, HCl ).

2 Normative references

This European Standard incorporates, by dated or undated reference, provisions from other publications.
These normative references are cited at the appropriate places in the text and the publications are listed
hereafter. For dated references, subsequent amendments to or revisions of any of these publications apply to
this European Standard only when incorporated in it by amendment or revision. For undated references the
latest edition of the publication referred to applies (including amendments).

EN 196-1, Methods of testing cement — Part 1: Determination of strength.

EN 1504-1:1998, Products and systems for the protection and repair of concrete structures — Definitions,
requirements, quality control and evaluation of conformity — Part 1: Definitions.

EN 1015-2, Methods of test for mortar for masonry — Part 2: Bulk sampling of mortars and preparation of test
mortars.

EN 1766, Products and systems for the protection and repair of concrete structures — Test methods —
Reference concretes for testing.

prEN 14630:2003, Products and systems for the protection and repair of concrete structures — Test methods
– Determination of carbonation depth in hardened concrete by the phenolphthalein method.

3 Terms and definitions

For the purposes of this European Standard, the terms and definitions given in EN 1504-1:1998 and the
following apply.

3.1
Carbonation
alkaline components (e.g. calcium hydroxide) in the cement paste react with atmospheric carbon dioxide, after
which the pH of the mortar or concrete is reduced.

3.2
Carbonation Depth
carbonation depth (dk) is the average distance, measured in mm, from the surface of the concrete or mortar
where the carbon dioxide (CO2) has reduced the alkalinity of the hydrated cement to an extent such that an
indicator solution based on phenolphthalein remains colourless.
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