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Foreword 

This document (EN 13363-2:2005) has been prepared by Technical Committee CEN/TC 89 “Thermal performance 
of buildings and building components”, the secretariat of which is held by SIS. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by October 2005, and conflicting national standards shall be withdrawn at the latest 
by October 2005. 

EN 13363 with the general title Solar protection devices combined with glazing - Calculation of solar and light 
transmittance consists of two parts: 

− Part 1: Simplified method; 

− Part 2: Detailed calculation method. 

This document includes a Bibliography. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following coun-
tries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Denmark, Esto-
nia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, Spain, Sweden, Switzerland and United Kingdom. 
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1 Scope 

This document specifies a detailed method, based on the spectral transmission data of the materials, comprising 
the solar protection devices and the glazing, to determine the total solar energy transmittance and other relevant 
solar-optical data of the combination. If spectral data are not available the methodology can be adapted to use in-
tegrated data. 

The method is valid for all types of solar protection devices parallel to the glazing such as louvres, or venetian, or 
roller blinds. The blind may be located internally, externally, or enclosed between the panes of the glazing. 
Ventilation of the blind is allowed for in each of these positions in determining the solar energy absorbed by the 
glazing or blind components, for vertical orientation of the glazing. 

The blind component materials may be transparent, translucent or opaque, combined with glazing components with 
known solar transmittance and reflectance and with known emissivity for thermal radiation. 

The method is based on a normal incidence of radiation and does not take into account an angular dependence of 
transmittance or reflectance of the materials. Diffuse irradiation or radiation diffused by solar protection devices is 
treated as if it were direct. Louvres or venetian blinds are treated as homogenous materials by equivalent solar 
optical characteristics, which may depend on the angle of the incidence radiation. For situations outside the scope 
of this document; ISO 15099 covers a wider range of situations. 

The document also gives certain normalised situations, additional assumptions and necessary boundary 
conditions. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated references, 
only the edition cited applies. For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

EN 410, Glass in building – Determination of luminous and solar characteristics of glazing 

EN 673, Glass in building – Determination of thermal transmittance (U value) – Calculation method 

EN ISO 7345:1995, Thermal insulation – Physical quantities and definitions (ISO 7345:1987) 

EN ISO 9288:1996, Thermal insulation – Heat transfer by radiation – Physical quantities and definitions 
(ISO 9288:1989) 

3 Terms, definitions, symbols and units 

3.1 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN ISO 7345:1995, EN ISO 9288:1996 and 
the following apply. 

3.1.1 
solar radiation and light 
radiation in the whole solar spectrum or any part of it, comprising ultra-violet, visible and near infra-red radiation in 
the wavelength range of 0,3 µm to 2,5 µm 

NOTE Sometimes called shortwave radiation, see EN ISO 9488. 
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3.1.2 
thermal radiation 
radiation emitted by any surface at or near ambient temperature in the far infrared in the wavelength range of  
3 µm to 100 µm 

NOTE 1 The definition deviates from EN ISO 9288. 

NOTE 2 Sometimes called longwave radiation, see EN ISO 9488. 

3.1.3 
total solar energy transmittance 
total transmitted fraction of the incident solar radiation consisting of direct transmitted solar radiation and the part of 
the absorbed solar radiation transferred by convection and thermal radiation to the internal environment 

3.1.4 
light transmittance 
transmitted fraction of the incident solar radiation in the visible part of the solar spectrum, see EN 410 

3.1.5 
normalized radiant flow rate 
radiant flow rate divided by the incident radiant flow rate 

3.2 Symbols and units 

The following list includes the principal symbols used. Other symbols are defined where they are used in the text. 

Symbol Physical quantity Unit 

ES incident solar radiation flow rate, solar irradiation W/m² 

I normalised radiant flow rate − 

H height of a ventilated space m 

T thermodynamic temperature K 

U thermal transmittance  W/(m²⋅K) 

g total solar energy transmittance (solar factor) − 

h heat transfer coefficient, or thermal conductance of gas space W/(m²⋅K) 

q density of heat flow rate W/m² 

s width of a space m 

z vertical coordinate m 

ε thermal emissivity − 

α absorptance − 

αe solar direct absorptance − 

λ thermal conductivity W/(m⋅K) 

λ wavelength µm 

ρ reflectance of the side facing the incident radiation − 

ρ' reflectance of the side facing away from the incident radiation − 

ρe solar direct reflectance − 

ρv light reflectance − 

σ Stefan-Boltzmann constant 5,67×10-8 W/(m²⋅K4) 

τe solar direct transmittance − 
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τv light transmittance − 

 

Subscripts 

a absorbed 

c conductive/convective 

d diffuse 

e external environment 

g gas 

i internal environment 

j, k integer, number of layer or space 

r radiant 

th thermal radiation 

v ventilated 

B blind 

D direct 

4 Characteristic data 

4.1 Solid layers 

The glass panes and blinds are considered as solid layers. The relevant characteristics are: 

• for solar radiation and light: the spectral transmittance and the spectral reflectances of both sides; 

• for thermal radiation: the transmittance and the emissivities of both sides. 

Usually, these values are determined directly by the most appropriate optical method1). For glazing, see the 
procedures recommended for glazing materials in EN 410. However, for louvres or venetian blinds, Annex A gives 
a method to calculate equivalent values based on similarly determined material properties. 

4.2 Gas spaces 

The thermal properties of closed spaces filled with air or gas shall be calculated in accordance with EN 673. The 
spaces are described by their width and the physical properties of the gas (see Annex D, Table D.1). 

Ventilated air spaces are described by the width and the height of the space and the physical properties of the air. 

5 Principles of calculation 

5.1 General 

The combination of glazing and solar protection devices consists of a series of solid layers separated by air or gas 
filled spaces. The solid layers are assumed to be homogeneous with a negligible thermal resistance. The transport 
of solar radiation and heat is considered to be one-dimensional, except for ventilated spaces, where the two-
dimensional convection is reduced to a one-dimensional formula. 

                                                      

1) See CIE Technical Report – CIE 130-1998 "Practical Methods for the measurement of reflectance and transmittance". 
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The layers and spaces are numbered by j from 1 to n, where space n represents the internal environment and 
space 0 the external environment. Within the physical model the number of layers is unlimited. The basic formulae 
for solar radiation and heat transfer are given to establish the energy balance of each layer. To solve the system of 
equations the use of an iterative procedure is recommended, due to the non-linear interaction of temperature and 
heat transport. 

 

Key 

Te external air temperature  1 external 7 internal 
Tre external radiant temperature  2 layer 1 8 solar radiation 
ve external wind velocity  3 space 1 9 direct solar and light transmittance 
Ti internal air temperature  4 layer j 10 direct solar and light reflectance 
Tri internal radiant temperature 5 space j 11 thermal radiation and convection  
  6 layer n  (direct and indirect) 
 
NOTE The internal and external environments are characterised by the air temperature and the radiant temperature; the 
external environment is additionally characterised by the wind velocity. 

Figure 1 — Schematic presentation of a system consisting of layers and spaces 

5.2 Solar radiation and light 

The solar and optical properties are independent of the intensity of the solar irradiation and temperature in the 
system2). It is assumed that the spaces are completely transparent, without any absorption. Each solid layer is 
characterised by the spectral transmittance and reflectance in the wavelength region between 0,3 µm and 2,5 µm. 

For each wavelength λ and each layer j the following equations are valid for the normalised radiant flow rates I and 
I' (see Figure 2): 
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where 

                                                      

2) There are exceptions for certain materials (photochromic, thermochromic). 
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