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National foreword

This British Standard is the official English language version of EN 1344:2002.

EN 1344:2002 is a candidate “harmonized” European Standard and fully takes into
account the requirements of the European Commission mandates M/119, Floorings and
mandate M/122, Roofing, given under the EU Construction Products Directive
(89/106/EEC) and intended to lead to CE marking. The date of applicability of

EN 1344:2002 as a “harmonized” European Standard i.e. the date after which the
standard may be used for CE marking purposes, is subject to an announcement in the
Official Journal of the European Communities.

EN 1344:2002 is the subject of transitional arrangements agreed under the European
Commission mandate. The member states have agreed a nominal transition period for
the co-existence of EN 1344:2002 and their corresponding national standard(s). It is
intended that this transition period will comprise a nominal nine month period, during
which any required changes to national regulations are to be made, followed by a
further nominal twelve month co-existence period, during which implementation of CE
marking may commence. At the end of this co-existence period, the national standard(s)
will be withdrawn. In the UK, the corresponding national standard is:

— BS 6677-1:1986 Clay and calcium silicate pavers for flexible pavements —

Part 1: Specification for pavers.

Based on this nominal transition period for twenty-one months, BS 6677-1:1986 will be
withdrawn in December 2003.

NOTE This date is approximate. Users of this standard should contact BSI Customer Service
for confirmation of withdrawal.

In Table 2, FO has been corrected to FPO in this British Standard. CEN have been
notified of this change

The UK participation in its preparation was entrusted by Technical Committee B/507,
Paving units and kerbs, to Subcommittee B/507/3, Paving units and kerbs —

Clay products, which has the responsibility to:

— aid enquirers to understand the text;

—  present to the responsible international/European committee any enquiries
on the interpretation, or proposals for change, and keep the UK interests
informed;

—  monitor related international and European developments and promulgate
them in the UK.

A list of organizations represented on this subcommittee can be obtained on request to
its secretary.

Additional information

National annex NA provides an informative commentary on the differences between
BS EN 1344:2002 and BS 6677-1:1986. Being informative, national annex NA does not
specify requirements further to those given in the normative parts of this European
Standard.

National annex NB (informative) provides a bibliography of standards referenced in
national annex NA.
Cross-references

The British Standards which implement international or European publications
referred to in this document may be found in the BSI Catalogue under the section
entitled “International Standards Correspondence Index”, or by using the “Search”
facility of the BSI Electronic Catalogue or of British Standards Online.

This publication does not purport to include all the necessary provisions of a contract.
Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, pages 2
to 59 and a back cover.

The BSI copyright date displayed in this document indicates when the document was
last issued.

Amendments issued since publication

Amd. No.

14081
Corrigendum No. 1

Date Comments

13 September 2002 | Correction to national foreword and

incorporation of annex NA and NB
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Foreword

This document EN 1344:2002 has been prepared by Technical Committee CEN/TC 178 “Paving units
and kerbs”, the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by September 2002, and conflicting national standards
shall be withdrawn at the latest by December 2003.

This document has been prepared under a mandate given to CEN by the European Commission and
the European Free Trade Association, and supports essential requirements of EU Directive(s).

For relationship with EU Directive(s), see informative annex ZA, which is an integral part of this
document.

The annexes A to G are normative.
According to the CEN/CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Czech

Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta,
Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and the United Kingdom.
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1 Scope

This European Standard specifies the requirements of pavers and accessories manufactured from
clay for use in the flexible form of construction (pavers laid with narrow sand-filled joints on a sand
bed) and in the rigid form of construction (pavers laid with cementitious mortar joints on a similar
mortar bed, itself placed on a rigid base).

The standard applies to rectangular and other shaped units intended as construction products mainly
for exterior use in pavements but which may also be used internally. The flexible form of construction
will be subjected to pedestrian and vehicular traffic, while the rigid form of construction is usually
subjected to pedestrian traffic. It excludes products intended for refractory and chemical engineering
applications and clay floor tiles. It also excludes clay masonry units. This Standard does not deal
with the tactility or visibility of units.

This European Standard specifies the characteristics and classes of performance measured

according to test methods given in normative annexes. It provides for product marking and for the
evaluation of conformity of the product to this European Standard.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other
publications. These normative references are cited at the appropriate places in the text, and the
publications are listed hereafter. For dated references, subsequent amendments to or revision of any
of these publications apply to this European Standard only when incorporated in it by amendment or
revision. For undated references the latest edition of the publication referred to applies (including
amendments).

ISO 48, Rubber, vulcanized or thermoplastic. Determination of hardness (hardness between 10 IRHD
and 100 IRHD).

ISO 630, Structural steels.

ISO 3310, Test sieves — Technical requirements and testing.

ISO 4662, Rubber — Determination of rebound resilience of vulcanizates.

ISO 7619, Rubber — Determination of indentation hardness by means of pocket hardness meters.

ISO 8486, Bonded Abrasives — Grain Size Analysis — Designation and determination of grain size
distribution of macrogrits F4 to F220.

prEN 1745, Masonry and masonry products — Method for determining design thermal values.
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3 Terms and definitions
For the purposes of this European Standard, the following terms and definitions apply.

3.1

clay paver

unit satisfying certain shape and dimensional requirements (see 4.1) used for the surface course of
pavements and manufactured predominantly from clay or other argillaceous material, with or without
any additions, by shaping, drying and firing at a sufficiently high temperature to form a durable
ceramic product

3.2

accessory

specially shaped unit intended to fulfil a particular function in the finished pavement. Fittings for use
in flexible paving allow completion of the pavement at the perimeter and around obstructions by
bonding with pavers laid in a prescribed pattern (e.g. squares, bishops mitre units). Fittings for use
with rigid paving being bedded, jointed and pointed in mortar may be used to fulfil functions in both
rigid laid paving, such as the provision of surface water drainage, e.g. channel units, or to fulfil
particular functions in flexible paving schemes and/or to provide edge restraint for flexible pavements

3.3

work dimension

any dimension of a paver specified for its manufacture to which the actual dimension should conform
within specified permissible deviations (see Figure 1)

NOTE For rectangular pavers, the dimensions of length, width and thickness are indicated in Figure 1.
Some pavers may be used in two or more orientations.

3.4
spacer nib
small protruding profile on side face of paver (see Figure 1)

NOTE As the spacer nib is intended to project into the joint, its presence is ignored when stating plan work
dimensions e.g. for the length and width of rectangular pavers.

3.5
chamfer
bevelled or rounded arris on paver (see Figure 2)

3.6
wearing face
surface intended to be seen when in use

3.7

overall length

longer side of the rectangle with the smallest area able to enclose the paver excluding any spacer
nibs

3.8

overall width

shorter side of the rectangle with the smallest area able to enclose the paver excluding any spacer
nibs

3.9
overall thickness
distance between the upper wearing face of the paver and the opposite face of the paver
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Paver dimensions for paver intended for flexible laying.

Paver dimensions for pavers intended for rigid paving, or flexible paving
Nibs in drawing rounded.
Key
/—length
w — width

t - thickness

NOTE 1 Position of spacer nibs and chamfers can vary with different pavers.

NOTE 2  Certain pavers without nibs or chamfers can be used for flexible laying.
Figure 1 — Paver dimensions
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4 Requirements
4.1 Shape and dimensions

411 Form

Pavers shall be rectangular or any other shape that allows them to be laid in a repeating pattern. They
may be provided with a chamfer on the arrises around one or more of the paver surfaces that are
intended to form the wearing face. If a chamfer having a work dimension greater than 7 mm in width
or depth (see Figure 2) is provided, this shall be stated by the manufacturer.

NOTE The restriction on the size of the chamfer prevents the formation of an excessively wide recessed
joint.

Pavers for flexible paving may also be provided with spacer nibs on two or more of the paver surfaces
that will be vertical in use.

Pavers for rigid paving shall either be rectangular or shaped so that they may be laid in a combination
with each other separated only by a nominal 10 mm mortar joint.

NOTE Pavers for rigid paving should not incorporate spacer nibs.

41.2 Work dimensions

The work dimensions of length, width and thickness of rectangular pavers shall be stated in
millimetres in that order. It shall also be declared in which orientation(s) the pavers may be used (i.e.
which is/are the wearing face(s)). The geometry of non-rectangular pavers shall be given if necessary
by reference to a scale drawing or sketch upon which the work size dimensions are marked.

The work thickness of pavers for flexible paving shall be not less than 40 mm and the work
dimensions shall be such that the ratio of overall length to thickness is not greater than 6.

The work thickness for pavers for rigid paving shall be not less than 30 mm.
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Key
1 Chamfer width

2  Chamfer depth

Figure 2 — Chamfer width and depth
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4.1.3 Dimensional deviations

4.1.3.1 Mean

When sampled in accordance with annex A and measured in accordance with annex B, the mean
value for a given dimension of a sample of 10 pavers shall not differ from the declared work

dimension by more than 0,4\fd rounded to the nearest mm, where d is the work dimension in

millimetres.

NOTE Some manufacturers may be able to supply pavers to a closer deviation of the mean from the
declared work dimension than is given by the above expression, in which case the appropriate declaration may
be made.

41.3.2 Range

The difference between the largest and the smallest measurement of any given measured dimension
to be found within a sample of 10 pavers, taken from a consignment in accordance with annex A and
measured in accordance with annex B, shall be stated by reference to one of the two classes given in
Table 1.

Table 1 — Range

Class Range
(not greater than)
mm
RO No determination
R 06, d

NOTE Some manufacturers may be able to supply pavers having a smaller range than indicated by class R1 in
which case an appropriate declaration may be made.

The requirement for dimensional deviations does not apply to associated fittings.

4.2 Post firing chemical treatment

The test methods for freeze thaw resistance, transverse breaking load, abrasion resistance and
unpolished slip/skid resistance are determined using pavers which have had no post firing chemical
treatment applied to them. If following testing to establish the performance of the paver and
accessories in accordance with the requirements of this European Standard, the manufacturer wishes
to apply a post firing chemical treatment, the products shall be tested both with and without the post
firing chemical treatment. The testing shall be in accordance with the requirements of the relevant
clause of this European Standard and the results shall be stated in accordance with the requirements
of the relevant clause.

4.3 Freeze/thaw resistance

It shall be stated whether the pavers are intended to meet the criteria for freeze/thaw resistance
included in the method given in annex C.
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When sampled in accordance with annex A and tested by the chosen method the pavers shall meet
the relevant criteria given in the test method. Classification of the pavers shall be indicated by the
appropriate marking shown in Table 2.

Table 2 — Freeze/thaw resistance

Class Mark Classification
FPO FPO No determination
FP100 FP100 Freeze/thaw resistant
NOTE The freeze/thaw characteristics of FP100 clay pavers are not affected by commonly used de-icing

salts.

4.4 Transverse breaking load

The transverse breaking load of the pavers for each of the orientations in which the pavers may be
used shall be stated by reference to Table 3. When sampled in accordance with annex A and tested
in accordance with annex D, with their wearing faces uppermost, the mean value and the minimum
individual value of the transverse breaking load of a sample of ten pavers shall be not less than the
appropriate value given in Table 3 and be classified accordingly.

NOTE Some pavers have more than one orientation. Manufacturers who are able to supply pavers with
more than one orientation should state the orientation upon which the test was performed.

Table 3 — Transverse breaking load

Class Transverse breaking load not less than (N/mm)
Mean value Minimum individual value
T0 No declaration No declaration
T1 30 15
T2 30 24
T3 80 50
T4 80 64

NOTE 1 This requirement for transverse breaking load does not apply to accessories or to
pavers whose overall length is less than 80 mm.

NOTE 2 Class TO is only suitable for pavers intended for use for rigid laying where the pavers
are laid with cementitious mortar joints on a similar mortar bed itself placed on a rigid base.

NOTE 3 The manufacturer may declare a mean value and minimum individual value higher
than those corresponding to class T4.

NOTE 4 The manufacturer may declare a mean and minimum bending tensile strength value
calculated from the formula given in D.4.2.
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4.5 Abrasion resistance

The abrasion resistance value of the pavers shall be stated by reference to one of the classes given

in Table 4.

When sampled in accordance with annex A, and tested in accordance with annex E, the mean
abraded volume for a sample of five pavers obtained from two measurements on each paver shall be

not greater than the appropriate value given in Table 4.

Table 4 — Abrasion resistance

Class Mean abraded volume
(not greater than)
mm®
A1 2100
A2 1100
A3 450

4.6 Slip/skid resistance

4.6.1

Conditions

Clay pavers have satisfactory slip/skid resistance provided that their whole upper surface has not
been ground and/or polished, or manufactured, such that a very smooth surface is produced.

4.6.2 Test method

If in an exceptional case the unpolished slip/skid resistance value (USRV) is required, the USRV of
the pavers shall be stated by reference to one of the classes given in Table 5. If the pavers may be
used in more than one orientation, the values for the intended wearing faces shall be declared.

NOTE

The unpolished slip/skid resistance value relates to pavers as manufactured and helps to ensure
adequate slip/skid on installation.

When sampled in accordance with annex A, and tested in accordance with annex F the mean USRV
of the sub-sample of five pavers shall be not less than the value for the appropriate declared class
given in Table 5 and be classified accordingly.

Table 5 — Classification of unpolished slip/skid resistance value (SRV)

Class Mean SRV

uo No determination

U1 35

u2 45

U3 55
NOTE Some manufacturers may declare higher values.
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4.6.3 Durability of slip/skid resistance

Clay pavers have satisfactory slip/skid resistance during the working life of the product providing they
are subject to normal maintenance and have not been subject to grinding and/or polishing to produce
a very smooth surface.

NOTE The development of a performance based test method for the durability of slip/skid resistance is
proceeding in TC 178/WG 4.

4.6.4 Requirements for the durability of slip/skid resistance

Where a requirement on durability of slip/skid resistance exists, this requirement shall be determined
as described in the standard or other Technical Specification valid in the country of use of the product.

4.7 Fire performance

4.7.1 Reaction to fire

Clay paving units are “Class A1” reaction to fire without testing. Reference is made to the
Commission decision 96/603/EC.

4.7.2 External fire performance

Clay pavers used as a roof covering are deemed to satisfy the requirements for external fire
performance without the need for testing. See Commission decision 2000/553/EC.

4.8 Emission of asbestos

Clay pavers shall not contain asbestos material.

4.9 Emission of formaldehyde

Clay pavers shall not contain formaldehyde. After manufacture, any applied surface coating will either
not contain formaldehyde or will not release formaldehyde that is in excess of safety levels.

4.10 Thermal conductivity

If clay pavers are used internally and if required, design data on thermal conductivity shall be taken
from prEN 1745.

4.11 Acid resistance

Where there is a requirement for resistance to acid attack as the result of accidental spillage of acid in
trafficked areas, the percentage loss in mass of a sample of five pavers sampled in accordance with
annex A and tested in accordance with annex G shall not exceed 7 %. Pavers meeting this
requirement may be designated “Class C”. Manufacturers may declare a lower value than 7 %.

No post-firing surface chemical treatment shall be applied to the pavers or accessories prior to testing.
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If following testing the performance of the paver and accessories in accordance with the requirements
of this European Standard the manufacturer wishes to apply a post-firing chemical treatment, the
products shall be tested with the post-firing chemical treatment in accordance with the requirements of
this European Standard and state the results, in accordance with 4.11.

NOTE 1 The acid resistance test in this standard is not applicable to the testing of pavers for use in chemical
engineering applications, e.g. construction of floors, container vessels and reaction vessels which are continually
subjected to chemically aggressive conditions.

NOTE 2  Typical examples of applications where requirements for acid resistance may be specified are:

In roadways and open air factory yard areas, of industrial premises such as chemical works and the food industry
where aggressive substances are sometimes in contact with the paving.

In farm yards where silage and aggressive liquors could be present.

However, in the majority of applications, the inherent acid resistance is satisfactory and therefore need not be
specified.

5 Evaluation of conformity

5.1 General
The manufacturer shall demonstrate that clay pavers and accessories are in conformity with this

standard by adopting the regimes for type testing and factory production control as provided for in this
clause.

5.2 Type tests

Initial type testing shall be performed on the first application of this standard. Tests previously
performed in accordance with the provisions of this standard (same product, same characteristic, test
method, sampling procedure, etc.) may be taken into account.

Whenever a major change in the source, proportions or nature of raw materials occurs, or when there
is a major change in processing conditions (e.g. firing times and temperatures) this constitutes a new
product type.

The type tests shall be the tests called up in this standard for the following list of properties, consistent
with the product types and their intended use.

Dimensions and dimensional deviations :
— freeze/thaw resistance;

— transverse breaking load;

— abrasion resistance;

— unpolished slip/skid resistance value;

— acid resistance (where required).
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The results of the initial type tests shall be recorded.

For some classes of paver, where there is no requirement as indicated in clause 4, some of these
properties need not be measured.

5.3 Factory production control

5.3.1 General

A factory production control system shall be established and documented prior to a product first
demonstrating conformity with the standard. The factory production control system shall consist of
procedures for the internal control of production to ensure that products placed on the market conform
to this standard and the manufacturer’s declared values.

The internal control shall consist of regular inspections, checks and tests and the utilization of the
results to control raw or incoming materials, equipment, the production process and the finished
product.

5.3.2 Raw materials

The documentation shall include the specifications of all raw materials and the procedures to be
operated to ensure that they comply. However, because of the widely differing nature of argillaceous
deposits, it is not appropriate in this standard to specify what particular tests shall be used, nor their
frequency.

5.3.3 Production process

The relevant features of the plant and production process shall be defined and documented giving the
frequency of the inspection checks and tests, together with the criteria required both on equipment
and on work in progress. The action to be taken when control values or criteria are not met shall be
given. Weighing and measuring equipment shall be calibrated and the procedure, frequency and
criteria documented.

NOTE Calibration need not necessarily require the involvement of a third party.
There are many types of plant and production process used in the manufacture of clay pavers and
complementary fittings and the establishment of a suitable system of production process control will

depend on the features of the specific process. Therefore, it is not appropriate in this standard to
specify particular tests to be used, nor their frequency.

5.3.4 Finished product testing

The documentation shall incorporate a sampling plan for the testing of finished products, the results of
which shall be recorded. All test equipment shall be calibrated and the procedure, frequency and
criteria be given in the documentation.

The frequency of testing of the finished product for the purpose of factory production control shall be
indicated in the documentation.
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5.3.4.1 Routine tests

The following routine tests shall be carried out and the results recorded.
— Mean dimension values;

— transverse breaking load.

The method of sampling from the production batch shall be as described in A.3. It shall take the form
of a precise plan described in the documentation.

The test method to be used shall be that given in the relevant annex or an additional test as described
in 5.3.4.2.

The frequency of sampling and testing shall be determined either:
a) from statistical principles designed to ensure that the finished product conforms with the
compliance criteria in this standard and with any declared values. The statistical principles on

which the sampling procedure is based shall be described in the documentation; or

b) in the absence of a sampling and testing regime founded on a statistical basis as provided in a)
above, the frequency of sampling and testing shall not be less than

— mean dimension values: daily;
— transverse breaking load: weekly.

NOTE The tests specified in this standard to be incorporated in the manufacturer's factory production
control system comprise only those that address the structural integrity and safety of the pavement maintained
during an economically reasonable working life. In practice, other tests and inspections, such as those relating to
aesthetic properties, are likely to be included but they are not relevant in this specification.

5.3.4.2 Repeated type tests

Type tests shall be carried out on the following properties at a frequency of not less than once yearly
and the results recorded. The test methods shall be those given in the relevant annexes to this
standard.

— Freeze/thaw resistance;

— abrasion resistance;

— unpolished slip/skid resistance value.

The method of sampling shall be as described in A.2.

For some classes of paver where there is no requirement indicated in clause 4, some of these
properties need not be measured.
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5.3.5 Stock control

The stock control of finished products, together with procedures for dealing with non-conforming
products, shall be detailed.

6 Marking

The following particulars shall be indicated on the packaging, delivery note, or certificate supplied with
the pavers:

a) the name, trade mark, or other means of identification of the manufacturer and/or supplier of the
paving units;

b) the number of this standard with which compliance is claimed;

c) means of identifying the paving units and relating them to the requirements given in clause 4,
including the class designations;

d) where appropriate, a statement that the paving units have been chemically treated after firing;

e) where appropriate, a statement that the paver intended for flexible laying has a chamfer greater
than 7 mm in either width or depth;

f) the intended use of the paver for flexible laying, rigid laying or both methods of laying;
g) the intended use of the product for “internal” use, “external” use or both uses.

Where ZA.3 covers the same requirements as this clause, the requirements of this clause are met.
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