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European foreword 

This document (EN 13494:2019) has been prepared by Technical Committee CEN/TC 88 “Thermal 
insulating materials and products”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by March 2020, and conflicting national standards shall 
be withdrawn at the latest by March 2020. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 13494:2002. 

EN 13494:2019 includes the following significant technical changes with respect to EN 13494:2002: 

 2002 2019 

Scope adhesive or base coat adhesive, reinforced base coat or 
rendering system  

Principle Test specimen is cut through Overall est specimen is normally not cut 
through, but this variant is possible 

Rigid plates / Pull head plates 
and (individual) test specimen 
dimensions 

(200 +- 2 mm) only (50 +- 1 mm), (100 +- 1 mm), (150 +- 1 
mm) or (200 +- 1 mm) 

Saw Mechanical driven circular or band 
saw 

Circular saw, angle grinder or an 
oscillating cutting device 

tensile testing machine Rate of displacement of (10 +- 1) 
mm/min 

Rate of displacement of (10 +- 1) 
mm/min or average load increase of 50 
N/s 

Specimen securing frame absent present 

Minimum dimensions of test 
specimen 

500 mm x 1000 mm x 60 mm Depending on the thickness of the 
thermal insulation used for the overall 
test specimen 

Thermal insulation No minimum thickness Minimum thickness of 50 mm 

Test procedure According EN 1607 Normally as described in Figure 2, but 
according EN 1607 is possible, if the 
overall test specimen is cut through 

Calculation an expression of 
results 

Rounded to the nearest 0,1 kPa Rounded to the nearest 1 kPa 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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