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National foreword

This British Standard is the UK implementation of EN 13880‑7:2019. It 
supersedes BS EN 13880‑7:2003, which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee B/510/3, Materials for concrete roads.

A list of organizations represented on this committee can be obtained on 
request to its secretary.

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application.

© The British Standards Institution 2019 
Published by BSI Standards Limited 2019
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ICS 93.080.20

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 30 April 2019.
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EN 13880‑7:2019 (E)

European foreword

This document (EN  13880‑7:2019) has been prepared by Technical Committee CEN/TC  227 “Road 
materials”, the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by October 2019, and conflicting national standards shall 
be withdrawn at the latest by October 2019.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN 13880‑7:2003.

This European Standard is one of a series of standards as listed below:

—	 EN 13880‑1, Hot applied joint sealants — Part 1: Test method for the determination of density at 25 °C

—	 EN  13880‑2, Hot applied joint sealants  — Part  2: Test method for the determination of cone 
penetration at 25°C

—	 EN 13880‑3, Hot applied joint sealants — Part 3: Test method for the determination of penetration and 
recovery (resilience)

—	 EN 13880‑4, Hot applied joint sealants — Part 4: Test method for the determination of heat resistance — 
Change in penetration value

—	 EN 13880‑5, Hot applied joint sealants — Part 5: Test method for the determination of flow resistance

—	 EN 13880‑6, Hot applied joint sealants — Part 6: Method for the preparation of samples for testing

—	 EN 13880‑7, Hot applied joint sealants — Part 7: Function testing of joint sealants

—	 EN 13880‑8, Hot applied joint sealants — Part 8: Test method for the determination of the change in 
weight of fuel resistance joint sealants after fuel immersion

—	 EN 13880‑9, Hot applied joint sealants — Part 9: Test method for the determination of compatibility 
with asphalt pavements

—	 EN 13880‑10, Hot applied joint sealants — Part 10: Test method for the determination of adhesion and 
cohesion following continuous extension and compression

—	 EN 13880‑11, Hot applied joint sealants — Part 11: Test method for the preparation of asphalt test 
blocks used in the function test and for the determination of compatibility with asphalt pavements

—	 EN 13880‑12, Hot applied joint sealants — Part 12: Test method for the manufacture of concrete test 
blocks for bond testing (recipe methods)

—	 EN  13880‑13, Hot applied joint sealants  — Part  13: Test method for the determination of the 
discontinuous extension (adherence test)

The following significant changes have been introduced in this edition:

—	 Accuracy requirements of apparatus have been added.

—	 Measurement device to measure depth of failures has been added.

—	 The conditioning procedure has been removed.

—	 Procedure for sealant type N2 and F2 has been added.

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
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