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Foreword 

This document (EN 13981-3:2006) has been prepared by Technical Committee CEN/TC 132 “Aluminium and 
aluminium alloys”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by March 2007, and conflicting national standards shall be withdrawn at 
the latest by March 2007. 

Within its program of work, Technical Committee CEN/TC 132 entrusted CEN/TC 132/WG 21 "Aluminium for 
railway applications" to prepare the following standard : 

EN 13981-3, Aluminium and aluminium alloys – Products for structural railway applications — Technical 
conditions for inspection and delivery – Part 3 : Castings. 

"EN 13981 comprises the following parts under the general title "Aluminium and aluminium alloys – Products 
for structural railway applications – Technical conditions for inspection and delivery". 

 Part 1 : Extruded products 

 Part 2 : Plates and sheets 

 Part 3 : Castings 

 Part 4 : Forgings 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN shall not be held responsible for identifying any or all such patent rights. 

CEN/TC 132 affirms it is its policy that in the case when a patentee refuses to grant licences on standardised 
standard products under reasonable and not discriminatory conditions, then this product shall be removed 
from the corresponding standard. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, 
Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, 
Switzerland and United Kingdom. 
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1 Scope 

This document specifies requirements for castings which contribute to the structural properties of the railcar 
bodyshell and other major structural components. 

It specifies particular requirements regarding qualification, quality control, material properties and dimensional 
tolerances and gives guide-lines for application and use. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 444, Non-destructive testing – General principles for radiographic examination of metallic materials by X-
 and gamma-rays 

EN 462-1, Non-destructive testing – Image quality of radiographs – Part 1: Image quality indicators (wire type) 
– Determination of image quality value 

EN 473, Non destructive testing – Qualification and certification of NDT personnel – General principles 

EN 571-1, Non destructive testing – Penetrant testing – Part 1: General principles 

EN 895, Destructive tests on welds in metallic materials – Transverse tensile test 

EN 1011-4, Welding – Recommendations for welding of metallic materials - Part 4: Arc welding of aluminium 
and aluminium alloys 

EN 1371-1, Founding - Liquid penetrant inspection – Part 1: Sand, gravity die and low pressure die castings 

EN 1559-1, Founding – Technical conditions of delivery – Part 1: General 

EN 1559-4, Founding – Technical conditions of delivery – Part 4: Additional requirements for aluminium alloy 
castings 

EN 1706:1998, Aluminium and aluminium alloys – Castings – Chemical compositions and mechanical 
properties 

EN 10204, Metallic products – Types of inspection documents. 

EN 12258-1:1998, Aluminium and aluminium alloys – Terms and definitions – Part 1: General terms 

EN 12681, Founding – Radiographic examination 

EN ISO 9606-2, Qualification test of welders – Fusion welding – Part 2: Aluminium and aluminium alloys 
(ISO 9606-2:2004) 

EN ISO 10042, Welding - Arc-welded joints in aluminium and its alloys – Quality levels for imperfections (ISO 
10042:2005) 
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