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Foreword 

This document (EN 13999-1:2013) has been prepared by Technical Committee CEN/TC 193 “Adhesives”, the 
secretariat of which is held by AENOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by June 2014, and conflicting national standards shall be withdrawn at 
the latest by June 2014. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 13999-1:2006. 

EN 13999-1:2013 includes the following significant technical changes with respect to EN 13999-1:2006: 

a) In general, the text is adapted to the new CLP Regulation No 1272/2008 [11]. 

b) In 6.3, a new Note 2 is added, emphasizing the need that materials be tested under same conditions 
using the spreading techniques and the coat weights specific for each application. 

c) In 7.5, the sampling time is changed (the sampling time at 24 h is eliminated, a sampling time at 72 h is 
added), and a note is added concerning the possibility of other sampling times, e.g. after 28 days. 

d) “Specific cumulative emission” (previous 8.3.3) is eliminated. 

e) The examples from Note to Annex A are eliminated. 

EN 13999, under the general title Adhesives ― Short-term method for measuring the emission properties of 
low-solvent or solvent-free adhesives after application, consists of the following parts: 

— Part 1: General procedure 

— Part 2: Determination of volatile organic compounds 

— Part 3: Determination of volatile aldehydes 

— Part 4: Determination of volatile diisocyanates 

SAFETY STATEMENT — Persons using this document should be familiar with the normal laboratory practice, 
if applicable. This document does not purport to address all of the safety problems, if any, associated with its 
use. It is the responsibility of the user to establish appropriate safety and health practices and to ensure 
compliance with any regulatory conditions. 

ENVIRONMENTAL STATEMENT — It is understood that some of the material permitted in this European 
Standard may have negative environmental impact. As technological advantages lead to acceptable 
alternatives for these materials, they will be eliminated from this European Standard to the extent possible. 

At the end of the test, the user of this European Standard should take care to carry out an appropriate 
disposal of the wastes, according to local regulation. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
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Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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