
BRITISH STANDARD BS EN 
1402-2:2003
Incorporating 
corrigendum no. 1

Unshaped refractory 
products —
Part 2: Sampling for testing

The European Standard EN 1402-2:2003 has the status of a 
British Standard

ICS 81.080

�
 �
��	�� �	��
�� ��	 ����	��	
� ������ �� ����	���� �� �
���	��� 
��

Confirmed 
May 2008

Full document details: BS EN 1402-2:2003

http://www.avadocuments.com/doc/bs-en-1402-2-2003
http://www.avadocuments.com/doc/bs-en-1402-2-2003


BS EN 1402-2:2003

This British Standard, was 
published under the authority 
of the Standards Policy and 
Strategy Committee 
on 28 October 2003

© BSI 2007

ISBN 978 0 580 50914 8

National foreword

This British Standard is the UK implementation of EN 1402-2:2003. It 
supersedes DD ENV 1402-2:1997 and BS 1902-7.1:1987 which are withdrawn.
The UK participation in its preparation was entrusted to Technical Committee 
RPI/1, Refractories.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations.
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Foreword

This document (EN 1402-2:2003) has been prepared by Technical Committee CEN/TC 187 "Refractory products
and materials", the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by April 2004, and conflicting national standards shall be withdrawn at the latest by
April 2004.

This document supersedes ENV 1402-2:1997.

EN 1402 “Unshaped refractory products“ consists of eight parts:

+ Part 1: Introduction and classification

+ Part 2: Sampling for testing

+ Part 3: Characterization as received

+ Part 4: Determination of consistency of castables

+ Part 5: Preparation and treatment of test pieces

+ Part 6: Measurement of physical properties

+ Part 7: Tests on pre-formed shapes

+ Part 8: Determination of complementary properties

Annex A is informative.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovakia, Spain, Sweden, Switzerland and the United Kingdom.
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1 Scope

This part of this European Standard gives guidance on the sampling of unshaped refractory materials for the purpose
of inspection and testing for quality and general information on the reduction and treatment of samples prior to testing.
It covers all materials formulated as unshaped refractory materials.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For
dated references, subsequent amendments to or revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the
publication referred to applies (including amendments).

EN 932-1, Tests for general properties of aggregates - Part 1: Methods for sampling.

ISO 8656-1, Refractory products - Sampling of raw materials and unshaped products - Part 1: Sampling scheme.

3 Terms and definitions

For the purposes of this European Standard, the following terms and definitions apply.

3.1
batch
lot
quantity of material from which a sample is to be achieved for testing to determine the quality of the material

NOTE A batch consists of material characterised as being of the same type, composition, grading and which, as far as practical,
has been manufactured under the same conditions.

3.2
consignment
quantity of material supplied at one time

NOTE A consignment may consist of one or more batches or parts of batches.

3.3
unit package
packaged part of a batch which can be a bag or a big bag (castables, gunning material, ramming mixes), a carton
(plastics), wrapped block (tap hole mixes), a drum or a can (injection material, refractory grout...)

NOTE A pallet is not a unit package.

3.4
increment
quantity of material taken at one time from a larger quantity

3.4.1
elementary increment
quantity of material taken at one time from a unit package

NOTE This operation repeated a number of times will constitute a package increment after mixing.

3.4.2
package increment
increment that is representative of the unit package
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