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Foreword

This document (EN 1402-5:2003) has been prepared by Technical Committee CEN/TC 187 "Refractory products
and materials", the secretariat of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by April 2004, and conflicting national standards shall be withdrawn at the latest by
April 2004.

This document supersedes ENV 1402-5:1999.

EN 1402 “Unshaped refractory products” consists of eight parts:

+ Part 1: Introduction and classification

+ Part 2: Sampling for testing

+ Part 3: Characterization as received

+ Part 4: Determination of consistency of castables

+ Part 5: Preparation and treatment of test pieces

+ Part 6: Measurement of physical properties

+ Part 7: Tests on pre-formed shapes

+ Part 8: Determination of complementary properties

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovakia, Spain, Sweden, Switzerland and the United Kingdom.
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Introduction

The values of the properties obtained using these test-pieces are used to assess the homogeneity of unshaped
materials. They are reference values which do not necessarily correspond with those obtained in industrial
applications. Other methods of test-piece preparation or treatment, which differ from those specified by this
standard, can lead to different values.

1 Scope

This part of this European Standard specifies methods for the preparation and treatment (curing, drying and firing)
of test pieces from unshaped refractory materials. The dimensions of the test pieces are specified.

The methods are applicable to dense and insulating castables and to ramming materials with the four types of
chemical composition defined in EN 1402-1.

The dimensions of the test pieces are stated and the preparation of the mixture, compaction methods, storage and
post-treatment of the test pieces are described.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications. These
normative references are cited at the appropriate places in the text, and the publications are listed hereafter. For
dated references, subsequent amendments to or revisions of any of these publications apply to this European
Standard only when incorporated in it by amendment or revision. For undated references the latest edition of the
publication referred to applies (including amendments).

EN 993-3, Methods of test for dense shaped refractory products - Part 3: Test methods for carbon-containing
refractories.

EN 1402-1, Unshaped refractory products - Part 1: Introduction and classification.

EN 1402-2, Unshaped refractory products - Part 2: Sampling for testing.

EN 1402-4, Unshaped refractory products - Part 4: Determination of consistency of castables.

3 Dimensions of test pieces

Shape A:  Length: 230 mm; width: 114 mm; thickness: 64 mm;

Shape B:  Length: 230 mm; width: 64 mm; thickness: 54 mm;

Shape C:  Length: 230 mm; width: 64 mm; thickness: 64 mm.

The width of the test piece as tested shall correspond to the height during preparation. The vibration of the test
piece during preparation shall be recorded, and for shape C the compaction surface shall be marked for reference.
The selection of test pieces for each type of material shall be as given in Table 1, except that for basic dense
castables and ramming materials, test pieces with a diameter of 50 mm and height of 50 mm ± 1 mm are
permissible. Shape C shall be used as the referee shape.
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Table 1 — Type of shape for tests

Castables Dense

Castables

Max Grain

Size

<15 mm

Shape

B or C

Shape A

Direct

Characterization b

X

Other tests X

Max Grain

Size

>15 mm

Direct

Characterization b

X a

Other tests X

Insulating castables X

Ramming
Materials

Ramming mixes X

Plastics X

a For these materials, shapes B and C are prepared by cutting from shape A.

b Tests for which results are directly obtained from the bars without size modifications are modulus of rupture, cold
compressive strength, and permanent change in dimensions on heating.

4 Apparatus

4.1 Separator

A riffle sampler, suitable for use with the maximum particle size of the product, or a shovel for the quartering
method. The riffle separation shall be at least 2,5 times the maximum grain size.

4.2 Mixer

4.2.1 Pan

See Figure 1. The pan shall be symmetrical around axis A and shall have a capacity of 15 l to 30 l. Both the pan
and the mixing blade (see 4.2.2) shall be constructed from a material that does not react with the test material.
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