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by biological tests

Durabilité du bois et des matériaux dérivés du bois 
- Efficacité des produits curatifs de préservation 

du bois établis par des essais biologiques

Dauerhaftigkeit von Holz und Holzprodukten 
- Anforderungen an bekämpfend wirkende 
Holzschutzmittel, wie sie durch biologische 

Prüfungen ermittelt werden

This European Standard was approved by CEN on 13 January 2020.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving 
this European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical 
references concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre 
or to any CEN member.
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EN 14128:2020 (E)

European foreword

This document (EN 14128:2020) has been prepared by Technical Committee CEN/TC 38 “Durability of 
wood and wood-based products”, the secretariat of which is held by AFNOR.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2020, and conflicting national standards 
shall be withdrawn at the latest by September 2020.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN 14128:2003.

This document gives the performance criteria for curative wood preservatives as determined by 
biological tests. A European Technical Report (CEN/TR  15003) is concerned with criteria for hot air 
processes for curative uses against wood destroying organisms.

This document is valid for products to eradicate wood boring beetles in infested wood and for products 
to be used in the course of curative actions against the dry rot fungus to prevent its growth through 
masonry and beyond.

Compared to EN 14128:2003, the following modifications have been made:

a)	 Clause 6: the limits of the application rates of the fungicide solution have been removed;

b)	 Table 1: criterion for effective value has been changed to criterion for brv. Table re-organized;

c)	 clauses and subclauses contained in 8.2 Product classification; 8.3 and 8.4 Product description; 8.5 
and 8.6 Product labelling, have been merged in 8.2 Product labelling;

d)	 Annex B and C have been merged and changed from normative to informative;

e)	 Annexes C, D, E and F have been deleted.

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic 
of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom.
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EN 14128:2020 (E)

Introduction

This document should be used in conjunction with EN  599‑1, which describes the performance 
requirements for preventive wood preservatives as determined by biological tests.

The need to use curative products against wood destroying organisms depends upon a careful 
diagnosis by expert, qualified specialists to determine the precise causes of the damage to be rectified. 
This should include the type of wood attacking organisms involved and whether they are active, the 
environmental circumstances, especially the source and nature of any wetting, the type of wood 
involved, the nature of the building or construction, and the structural and physical significance of the 
timber which is damaged or at risk of being damaged.

NOTE	 Curative treatment can be achieved either by chemical wood preservatives as specified in this 
document or by specific curative processes without using chemicals, like hot air processes, as given in 
CEN/TR 15003.

Curative wood preservative products should be used in an integrated way as part of a carefully 
prescribed strategy involving a series of actions appropriate to the particular circumstances of each 
case. Associated physical measures involving appropriate building works to remedy ingress of moisture 
and to dry out any dampness can be an essential prerequisite for the use of any curative products. 
Expert diagnosis should take into account all regional, practical, environmental, economical, safety and 
any other factors which can be relevant to the prescriptive decisions to be taken.

It is not the purpose of this document to provide a specification, or even guidance in developing 
specifications for remedial work to eradicate wood destroying organisms. This document also does 
not give guidance on the methods of application or the precise amounts of products that might be 
appropriate to apply in specific practical circumstances. It is intended to guide specifiers, users and 
others in selecting and specifying products on the basis of their effectiveness as demonstrated in 
accordance with the criteria given.

iv

BS EN 14128:2020

Full document details: BS EN 14128:2020

http://www.avadocuments.com/doc/bs-en-14128-2020
http://www.avadocuments.com/doc/bs-en-14128-2020

