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National foreword

This British Standard is the UK implementation of EN 14187-4:2017. 
It supersedes BS EN 14187-4:2003 which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee B/510/3, Materials for concrete roads.

A list of organizations represented on this committee can be 
obtained on request to its secretary.

This publication does not purport to include all the necessary 
provisions of a contract. Users are responsible for its correct 
application.

© The British Standards Institution 2017.
Published by BSI Standards Limited 2017

ISBN 978 0 580 87738 4 

ICS 91.100.50; 93.080.20 

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 30 April 2017.

Amendments/corrigenda issued since publication
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European foreword 

This document (EN 14187-4:2017) has been prepared by Technical Committee CEN/TC 227 “Road 
materials”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2017, and conflicting national standards 
shall be withdrawn at the latest by September 2017. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 14187-4:2003. 

Apart from editorial changes the following major changes have been made in this revision: 

a) Change of the title; 

b) Table 1, Change of the test fuels and addition of de-icing liquids in accordance with new technical 
requirements. 

This European Standard is one of a series of standards as listed below: 

EN 14187-1, Cold applied joint sealants — Test methods — Part 1: Determination of rate of cure. 

EN 14187-2, Cold applied joint sealants — Test methods — Part 2: Determination of tack free time. 

EN 14187-3, Cold applied joint sealants — Test methods — Part 3: Determination of self-levelling 
properties. 

EN 14187-4, Cold applied joint sealants — Test methods — Part 4: Determination of the change in mass 
and volume after immersion in test fuels and liquid chemicals. 

EN 14187-5, Cold applied joint sealants — Test methods — Part 5: Determination of the resistance to 
hydrolysis. 

EN 14187-6, Cold applied joint sealants — Test methods — Part 6: Determination of the 
adhesion/cohesion properties after immersion in test fuels and liquid chemicals. 

EN 14187-7, Cold applied joint sealants — Test methods — Part 7: Determination of the resistance to 
flame. 

EN 14187-8, Cold applied joint sealants — Test methods — Part 8: Determination of resistances to 
artificial weathering by UV-irradiation. 

EN 14187-9, Cold applied joint sealants — Test methods — Part 9: Function testing of joint sealants. 

WARNING — Attention is drawn to the health and safety at work and the need to ensure that this 
test is carried out under suitable environmental conditions to provide adequate protection to 
persons against the risk of contact or inhalation of toxic liquid chemicals. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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