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National foreword
This British Standard is the official English language version of 
EN 14290:2004.

The UK participation in its preparation was entrusted to Technical Committee 
NFE/8, Zinc and zinc alloys, which has the responsibility to: 

A list of organizations represented on this committee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of 
British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible European committee any enquiries on the 
interpretation, or proposals for change, and keep the UK interests 
informed;

— monitor related international and European developments and 
promulgate them in the UK.
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Foreword 

This document (EN 14290:2004) has been prepared by Technical Committee CEN/TC 209 “Zinc and alloys”, the 
secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by January 2005, and conflicting national standards shall be withdrawn at the latest 
by January 2005. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following coun-
tries are bound to implement this European Standard : Austria, Belgium, Cyprus, Czech Republic, Denmark, Esto-
nia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, Spain, Sweden, Switzerland and United Kingdom. 
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1 Scope 

This document specifies the requirements for the properties and condition of a specific range of tradeable 
secondary raw materials with a predominant zinc content. 

This document defines these materials uniformly at the European level so that they can be traded within the 
economic cycle as raw materials with product character and their recycling is carried out specific to the material. 

2 Normative references 

The following referenced document is indispensable for the application of this document. For dated references, only 
the edition cited applies. For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

EN 12844,  Zinc and zinc alloys — Castings — Specifications. 

 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply: 

3.1 
groups of secondary raw materials 
 

3.1.1 
metallic scrap 
 

3.1.1.1 
new zinc and zinc alloy scrap 
zinc and zinc alloy new or unused such as rejected parts, stampings and/or other by-products from processing 

3.1.1.2 
old zinc and zinc alloy scrap 
zinc and zinc alloy-based used or end of life material with or without foreign attachments and/or foreign materials 

3.1.2 
Drosses and skimmings 
 

3.1.2.1 
drosses 
by-products from melting and/or galvanizing operations consisting of mainly metallic materials predominantly of 
zinc and iron 

3.1.2.2 
skimmings 
by-products from melting and/or galvanizing operations consisting of a mixture of predominantly zinc and zinc ox-
ide, untreated or treated 

3.2 
foreign materials 
material, other than as specified in this standard, whether metallic or non-metallic including free iron 
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