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National foreword

This British Standard is the UK implementation of EN 14322:2017.
It supersedes BS EN 14322:2004 which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee B/541, Wood based panels.

A list of organizations represented on this committee can be 
obtained on request to its secretary.

This publication does not purport to include all the necessary 
provisions of a contract. Users are responsible for its correct 
application.

© The British Standards Institution 2017.
Published by BSI Standards Limited 2017

ISBN 978 0 580 87137 5 

ICS 79.060.01 

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 31 March 2017.

Amendments/corrigenda issued since publication
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European foreword 

This document (EN 14322:2017) has been prepared by Technical Committee CEN/TC 112 “Wood-based 
panels”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2017, and conflicting national standards 
shall be withdrawn at the latest by September 2017. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association. 

This document supersedes EN 14322:2004. 

Compared to EN 14322:2004 the following modifications have been made: 

a) extension of the scope to extruded particleboards and sandwich boards for furniture; 

b) classification by resistance to abrasion only linked to initial wear point; 

c) deletion of resistance to cigarette burns in Table A.1;and addition of resistance to axial withdrawal 
of screws; 

d) modification in Annex B for formaldehyde release with replacement of EN 717-2 by 
EN ISO 12460-3. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 

Full document details: BS EN 14322:2017

http://dx.doi.org/10.3403/03036618
http://dx.doi.org/10.3403/03036618
http://dx.doi.org/10.3403/00466136U
http://dx.doi.org/10.3403/30289086U
http://www.avadocuments.com/doc/bs-en-14322-2017
http://www.avadocuments.com/doc/bs-en-14322-2017

