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Foreword 

This document (EN 14487-2:2006) has been prepared by Technical Committee CEN/TC 104 “Concrete and related 
products”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by April 2007, and conflicting national standards shall be withdrawn at the latest by 
April 2007. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Denmark, 
Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland and United 
Kingdom. 
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1 Scope 

This European Standard is applicable to sprayed concrete to be used for ground strengthening, repair and 
upgrading of existing structures and for free-standing structures. 

The standard specifies requirements for the execution of concrete spraying both by wet and dry process. 

The standard is applicable to temporary as well as permanent structures. 

This standard does not cover safety and health aspects of execution. 

This standard does not state requirements for quality assurance and for qualification of personnel for the various 
activities. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated references, 
only the edition cited applies. For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

EN 206-1:2000, Concrete — Part 1. Specification, performance, production and conformity 

EN 1504-3, Products and systems for the protection and repair of concrete structures — Definitions, requirements, 
quality control and evaluation of conformity — Part 3: Structural and non-structural repair 

EN 1504-10, Products and systems for the protection and repair of concrete structures — definitions — 
requirements — quality control and evaluation of conformity — Part 10: Site application of products and systems 
and quality control of the works 

ENV 13670-1, Execution of concrete structures — Part 1: Common 

EN 14487-1:2005, Sprayed concrete — Part 1: Definitions, specifications and conformity 

EN 14488-6, Testing sprayed concrete — Part 6: Thickness of concrete on a substrate 

EN 14889-1, Fibres for concrete — Part 1: Steel fibres — Definitions, specifications and conformity 

EN 14889-2, Fibres for concrete — Part 2: Polymer fibres — Definitions, specifications and conformity 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 14487-1:2005 apply. 

4 Documentation 

4.1 Project specification 

The project specification shall include all necessary information and technical requirements for execution of the 
works. 

As a minimum the following shall be stated: 

 type of project (bridge, house, road, railway, hydro power, etc.), 

 purpose of concrete spraying (permanent or temporary support etc. for ground strengthening), (structural or 
non structural for repair), 
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