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European foreword 

This document (EN 14620-4:2025) has been prepared by Technical Committee CEN/TC 265 “Metallic 
tanks for the storage of liquids”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by October 2025, and conflicting national standards shall 
be withdrawn at the latest by October 2025. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 14620-4:2006. 

EN 14620-4:2025 includes the following significant technical changes with respect to EN 14620-4:2006: 

— General editorial update; 

— Normative reference updated; 

— Recent insulating materials European standards introduced and Annex B updated; 

— Aspects related to insulating materials fire behaviour developed and clarified; 

— Brittle material compressive behaviour clarified with the use of interleaving material; 

— Requirements for Insulation for penetrations and internal piping introduced; 

— New Annex C added about the recommendations for qualification compressive strength testing of 
tank insulation system made of brittle material; 

— New Annex D for non-metallic TPS added; 

— Annex about limit state theory for tank bottom insulation removed; 

— New Annex E added, providing guidance for defining duties and responsibilities between various 
parties involved. 

A list of all parts in the EN 14620 series, “Design and manufacture of site built, vertical, cylindrical, flat-
bottomed tank systems for the storage of refrigerated, liquefied gases with operating temperatures between 
0 °C and −196 °C”, can be found on the CEN website. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 

Full document details: BS EN 14620-4:2025

https://doi.org/10.3403/BSEN14620?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30092061?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30092061?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/bs-en-14620-4-2025
http://www.avadocuments.com/doc/bs-en-14620-4-2025


EN 14620-4:2025 (E) 

5 

1 Scope 

This document specifies the requirements for materials, design and installation of the insulation of 
refrigerated liquefied gas (RLG) storage tank systems. 

RLG storage tank systems store liquefied gas with a low boiling point, i.e. below normal ambient 
temperature. 

The concept of storing such products in liquid form and in non-pressurized tanks therefore depends on 
the combination of latent heat of vaporization and thermal insulation. 

Consequently, thermal insulation for RLG storage tank systems is not an ancillary part of the containment 
system (as for most ambient atmospheric hydrocarbon tanks) but it is an essential component and the 
storage tank system cannot operate without a properly designed, installed and maintained insulation 
system. 

The main functions of the insulation in RLG storage tank systems are: 

— to maintain the boil off due to heat in-leak at or below the specified limits; 

— to limit the thermal loading of the outer tank components, so to prevent both their sudden damage 
and premature ageing (e.g. due to external condensation and ice formation); 

— to prevent damage by frost heave of the foundation/soil beneath the tank base slab (in combination 
with the slab heating system for tanks resting at grade); 

— to minimize condensation and icing on the outer surfaces of the tank. 

A wide range of insulation materials is available. However, the material properties differ greatly amongst 
the various generically different materials and also within the same generic group of materials. 

Therefore, within the scope of this document, only general guidance on selection of materials is given. 
NOTE For general guidance on selection of materials, see Annex A. 

This document deals with the design and manufacture of site built, vertical, cylindrical, flat-bottomed 
tank systems for the storage of refrigerated, liquefied gases with operating temperatures between 0 °C 
and −196 °C. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 1363-1, Fire resistance tests — Part 1: General requirements 

EN 1363-2, Fire resistance tests — Part 2: Alternative and additional procedures 

EN 1993-1-2, Eurocode 3 — Design of steel structures — Part 1-2: Structural fire design 

EN 13501-1, Fire classification of construction products and building elements — Part 1: Classification 
using data from reaction to fire tests 

EN 13501-2, Fire classification of construction products and building elements — Part 2: Classification 
using data from fire resistance and/or smoke control tests, excluding ventilation services 
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EN 13381-4, Test methods for determining the contribution to the fire resistance of structural members — 
Part 4: Applied passive protection to steel members 

EN 14303, Thermal insulation products for building equipment and industrial installations — Factory made 
mineral wool (MW) products — Specification 

EN 14305:2015, Thermal insulation products for building equipment and industrial installations — Factory 
made cellular glass (CG) products — Specification 

EN 14307, Thermal insulation products for building equipment and industrial installations — Factory made 
extruded polystyrene foam (XPS) products — Specification 

EN 14308, Thermal insulation products for building equipment and industrial installations — Factory made 
rigid polyurethane foam (PUR) and polyisocyanurate foam (PIR) products — Specification 

EN 14309, Thermal insulation products for building equipment and industrial installations — Factory made 
products of expanded polystyrene (EPS) — Specification 

EN 14314, Thermal insulation products for building equipment and industrial installations — Factory made 
phenolic foam (PF) products — Specification 

EN 14620-1:2024, Design and manufacture of site built, vertical, cylindrical, flat-bottomed tank systems for 
the storage of refrigerated, liquefied gases with operating temperatures between 0 °C and —196 °C — Part 
1: General 

EN 14620-3:2006, Design and manufacture of site built, vertical, cylindrical, flat-bottomed steel tanks for 
the storage of refrigerated, liquefied gases with operating temperatures between 0 °C and -165 °C  — Part 
3: Concrete components 

EN 15599-1, Thermal insulation products for building equipment and industrial installations — In-situ 
thermal insulation formed from expanded perlite (EP) products — Part 1: Specification for bonded and 
loose-fill products before installation 

EN ISO 1182, Reaction to fire tests for products — Non-combustibility test (ISO 1182) 

EN ISO 1716, Reaction to fire tests for products — Determination of the gross heat of combustion (calorific 
value) (ISO 1716) 

EN ISO 12624, Thermal insulating products for building equipment and industrial installations — 
Determination of trace quantities of water-soluble chloride, fluoride, silicate, sodium ions and pH (ISO 
12624) 

EN ISO 16534, Thermal insulating products for building applications — Determination of compressive 
creep (ISO 16534) 

EN ISO 16535, Thermal insulating products for building applications — Determination of long-term water 
absorption by immersion (ISO 16535) 

EN ISO 29469:2022, Thermal insulating products for building applications — Determination of 
compression behaviour (ISO 29469:2022) 

ISO 3951-1, Sampling procedures for inspection by variables — Part 1: Specification for single sampling 
plans indexed by acceptance quality limit (AQL) for lot-by-lot inspection for a single quality characteristic 
and a single AQL 
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ASTM E84, Standard Test Method for Surface Burning Characteristics of Building Materials 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 14620-1:2024 and the following 
apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— IEC Electropedia: available at https://www.electropedia.org/ 

— ISO Online browsing platform: available at https://www.iso.org/obp 

3.1 
compressive strength 
σm 
ratio of the maximum compressive force, Fm, reached when the strain, ε, at yield or rupture is less than 
10 %, to the initial cross-sectional area of the test specimen  

[SOURCE: ISO 29469:2022, 3.2]  

3.2 
compressive stress at 10% strain 
σ10 
ratio of the compressive force, F10, at 10 % strain, ε10, to the initial cross-section of the test specimen for 
products presenting 10 % strain before possible yield or rupture  

[SOURCE: ISO 29469:2022, 3.3] 

4 Design requirements, performance characteristics, testing and selection of 
insulating materials 

4.1 General 

The selection of the appropriate insulation system and materials shall be based on the following: 

— analysis of design requirements (see 4.2); 

— assessment of the performance characteristics of the materials (see 4.3); 

— environmental aspects. 

NOTE 1 Refer to EN 14620-1:2024, Clause 6.2. 

Information on typical material selection may be found in Annex A. 

Selected material shall comply with the relevant European Standards as follows (non exhaustive list): 

— Expanded Perlite: EN 15599-1; 

— Mineral Wool: EN 14303; 

— Cellular Glass: EN 14305:2015; 

— Extruded Polystyrene: EN 14307; 

— Rigid Polyurethane (PUR) and Polyisocyanurate (PIR) foam: EN 14308; 
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— Expanded Polystyrene: EN 14309; 

— Phenolic foam: EN 14314. 

Other insulating materials can be used providing they meet design requirements and performance 
characteristics specified in this document. 

For the specific application of this document, refer also to 4.3 and Annex B for the assessment of 
performance characteristics. For insulation materials where the product standards do not specify testing 
methods to assess performance characteristics required by 4.3, the testing methods specified in the 
product standard for the similar insulation materials may be used (e.g. methods specified in EN 14308 
can be used for PVC foam performance assessment). Otherwise, the testing methods to be suggested or 
developed. 
NOTE 2 See Annex E. 

4.2 Analysis of design requirements 

4.2.1 General 

The thermal insulation system as a whole, and each component of it separately, shall be designed taking 
into account the following design requirements. 
4.2.2 Thermal resistance 

4.2.2.1 Normal operation of the tank 

All factors contributing to heat in-leak through the insulation system shall be considered, such as: 

— product temperature; 

— external ambient temperature and other climatic conditions (solar radiation, wind velocity, 
humidity, etc.); 

— thermal conductivity of the relevant materials, including influences of the environment they are 
exposed to and potential degradation through ageing; 

— thermal convection; 

— thermal radiation; 

— thermal bridging (as due to nozzles, TPS, anchors, deck rods, etc). 

4.2.2.2 Accidental conditions 

Each insulation component shall provide appropriate behaviour for all specified accidental conditions. 
The required performance characteristics shall be retained for the duration of the accidental conditions 
and not decay after it. 
4.2.3 Structural and tightness requirements 

The insulation system shall be designed to resist all applicable static and dynamic actions for both normal 
and accidental conditions, unless the insulation is not intended to provide the structural resistance. 

The insulation system shall provide liquid tightness and vapour tightness, if specified. 
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4.2.4 Ageing and deterioration 

The insulation shall be resistant to deterioration from environmental conditions, ageing and product 
exposure: 

— There shall be no reduction in insulation thermal or mechanical performance due to ageing and no 
deterioration from the exposure to substances insulation may be in contact during its lifetime. 

— Ageing and deterioration shall not affect performance of the insulation support and attachment 
systems. 

— If such deterioration in insulation thermal or mechanical performance due to ageing is possible, those 
shall be accounted in the insulation design. 

4.2.5 Specific design requirements 

In addition to the above requirements, the tank insulation design shall fulfil all the specific design 
requirements that are inherent with the selected specific insulation system, material, installation method 
and type of containment. These shall be specified on a case-by-case basis. 
4.3 Assessment of the performance characteristics 

4.3.1 General 

Based on the design requirements, the required performance characteristics of the insulation materials 
in the operating temperature range shall be determined. As a minimum, the subjects described in 4.3.2 
to 4.3.8 shall be considered. 
4.3.2 Thermal resistance 

The following shall be considered: 

a) thermal conductivity: 

1) over the required temperature range; 

2) in the intended environment, external and internal (product vapour space, purged space, contact 
with liquid product); 

3) taking into account ageing effects over the tank design lifetime; 

b) possible heat in-leak through radiation; 

c) possible heat in-leak through convection (permeability of the insulation material and of the complete 
insulation system); 

d) heat in-leak through cold bridges. 

4.3.3 Mechanical properties 

The following shall be considered: 

— compressive properties both at short- and at long-term (creep); 

— tensile and shear properties for insulation on which lateral forces may act (e.g. earthquake); 

NOTE Tensile properties can also be required for assessment of thermo-mechanical loads and thermal 
stresses. 
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— adhesive strength for insulation systems, which are installed by adhesion. 

4.3.4 Temperature resistance 

The insulation shall withstand the temperatures (maximum and minimum service temperatures) and 
temperature variations to which it may be exposed. Therefore, shrinkage, expansion and possible 
cracking effects, including but not limited to thermal gradient within the insulation material, shall be 
determined, taking into account: 

— coefficient of thermal expansion, contraction; 

— tensile strength, tensile modulus in the designed temperature ranges; 

— restraints for the insulation component free movement. 

4.3.5 Resistance to water and water vapour 

To assess the possible negative effects of water and water vapour on the insulation, the following 
characteristics shall be considered: 

— closed cell content; 

— permeability for water vapour; 

— water absorption. 

In addition, the consequential effects of water and water vapour penetration shall be assessed: 

— reduction of thermal resistance; 

— possible structural damage to the insulation by liquid water or by the process of freezing (possibly 
freeze/thaw cycles). 

4.3.6 Influences of stored product 

The following characteristics shall be assessed: 

— closed cell content (as indication of open/closed cellular structure); 

— absorption of product vapours and effect on other material properties (thermal conductivity, 
mechanical properties, fire resistance); 

— absorption of/and permeability for liquid product; 

— effects of long term liquid absorption on other material properties; 

— desorption behaviour: time/percentage. 

NOTE The influence of the stored product on an internal insulation system is critical, as it is often continuously 
in contact with product vapours and it can come in direct contact with the liquid product in case of an accidental 
leakage. 

For testing of material behaviour in presence of product, see Table B.1. 
4.3.7 Chemical properties 

An assessment shall be made of the compatibility between and/or possible chemical reactions of: 
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