BRITISH STANDARD BS EN
1464:1995

Adhesives —
Determination of peel
resistance of
high-strength adhesive
bonds —

Floating roller method

The European Standard EN 1464:1994 has the status of a
British Standard
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical
Committee STI/52, Adhesives, upon which the following bodies were
represented:

British Adhesives and Sealants Association

British Plastics Federation

British Steel Industry

Centre for Adhesive Technology

Chemical Industries Association

Contract Flooring Association

Department of the Environment (Building Research Establishment)
Department of Trade and Industry (National Physical Laboratory)
European Resin Manufacturers’ Association

Federation of the Electronics Industry

Institute of Materials

Ministry of Defence

Society of Motor Manufacturers and Traders

Timber Research and Development Association

University of Bristol

Welding Institute

This British Standard, having

been prepared under the

direction of the Sector

Board for Materials and

Chemicals, was published

under the authority of the

Standards Board and

comes into effect on
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© BSI07-1999 Amd. No. | Date Comments

The following BSI references
relate to the work on this
standard:

Committee reference STI/52
Draft announced in BSI News,
March 1995

ISBN 0 580 23946 2 Documents

LA~ A~ A< 101

Document Sharing Hub

Full document details: BS EN 1464:1995


http://www.avadocuments.com/doc/bs-en-1464-1995
http://www.avadocuments.com/doc/bs-en-1464-1995

BS EN 1464:1995

Contents

Committees responsible
National foreword

Page
Inside front cover
i1

Foreword

Scope

Normative references

Definition

Apparatus

Test specimens

Conditioning and testing atmosphere
Procedure

Expression of results

© 00 3 O Ot i W N

Test report

Figure 1 — Peel text fixture for supporting test specimen
Figure 2 — Test specimen
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