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European foreword 

This document (EN 14700:2022) has been prepared by Technical Committee CEN/TC 121 “Welding and 
allied processes”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by May 2023, and conflicting national standards shall be 
withdrawn at the latest by May 2023. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 14700:2014. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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1 Scope 

This document is applicable to welding consumables for hardfacing. The range of application includes 
surfaces of new structural components, semi-finished products as well as repair of surfaces of structural 
components which have to resist to mechanical, chemical, thermal or combined stress. 

This document specifies requirements for classification of the consumables based on their chemical 
composition of the all-weld metal of covered electrodes, cored wires, cored rods, cored strips, sintered 
strips, sintered rods and metal powders and on the chemical composition of solid wires, solid rods, solid 
strips and cast rods. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN ISO 544, Welding consumables - Technical delivery conditions for filler materials and fluxes - Type of 
product, dimensions, tolerances and markings (ISO 544) 

EN ISO 6506-1, Metallic materials - Brinell hardness test - Part 1: Test method (ISO 6506-1) 

EN ISO 6506-2, Metallic materials - Brinell hardness test - Part 2: Verification and calibration of testing 
machines (ISO 6506-2) 

EN ISO 6506-3, Metallic materials - Brinell hardness test - Part 3: Calibration of reference blocks  
(ISO 6506-3) 

EN ISO 6506-4, Metallic materials - Brinell hardness test - Part 4: Table of hardness values (ISO 6506-4) 

EN ISO 6508-1, Metallic materials - Rockwell hardness test - Part 1: Test method (ISO 6508-1) 

EN ISO 6508-2, Metallic materials - Rockwell hardness test - Part 2: Verification and calibration of testing 
machines and indenters (ISO 6508-2) 

EN ISO 6508-3, Metallic materials - Rockwell hardness test - Part 3: Calibration of reference blocks 
(ISO 6508-3) 

EN ISO 6847, Welding consumables - Deposition of a weld metal pad for chemical analysis (ISO 6847) 

EN ISO 14174:2019, Welding consumables - Fluxes for submerged arc welding and electroslag welding - 
Classification (ISO 14174:2019) 

EN ISO 14175:2008, Welding consumables - Gases and gas mixtures for fusion welding and allied processes 
(ISO 14175:2008) 

EN ISO 14344, Welding consumables - Procurement of filler materials and fluxes (ISO 14344) 

EN ISO 80000-1:2013, Quantities and units - Part 1: General (ISO 80000-1:2009 + Cor 1:2011) 

Full document details: BS EN 14700:2022

https://doi.org/10.3403/02939405U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/02484552U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30362319?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30180570?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/bs-en-14700-2022
http://www.avadocuments.com/doc/bs-en-14700-2022


EN 14700:2022 (E) 

5 

3 Terms and definitions 

No terms and definitions are listed in this document. 

ISO and IEC maintain terminological databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp 

— IEC Electropedia: available at https://www.electropedia.org/ 

4 Classification 

The classification is divided in two compulsory parts and 3 optional parts: 

Compulsory part: 

a) the first part gives a symbol indicating the product form, see 5.1; 

b) the second part gives an alloy symbol indicating the range of composition and the suitability, see 
Table 2. 

Optional part: 

c) the third part indicates the typical composition, see 5.3; 

d) the fourth part indicates the range of hardness of the all-weld metal, see 5.4; 

e) the fifth part indicates the welding auxiliary material (shielding gas and fluxes), see 5.5. 

The parts c), d) and e) will be hyphenated from the compulsory part. 

5 Symbols and requirements 

5.1 Symbol for the product form 

The following symbols for the product forms shall be used (see Table 1). 

Table 1 — Symbols for the product form 

Symbol Product form (consumable) 

E covered electrode 

S solid wire and solid rod 

T cored wire and cored rod 

R cast rod 

B solid strip 

C sintered rod, cored strip and sintered strip 

P metal powder 

NOTE See also Table A.3. 
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5.2 Symbol for the chemical composition 

The alloy symbols in Table 2 indicate the chemical composition of the all-weld metal of covered 
electrodes, cored wires, cored strips, sintered strips, sintered rods and metal powder or the chemical 
composition of solid wires, solid rods, solid wires and cast rods. 

5.3 Designation of the typical composition 

Additional to the alloy symbols in Table 2 the typical chemical composition of the all-weld metal of 
covered electrodes, cored wires, cored strips, sintered strips, sintered rods and metal powder or the 
chemical composition of solid wires, solid rods, solid wires and cast rods will be indicated. The 
designation of the typical composition will be indicated by the chemical symbol of the most important 
alloying elements, except the base, followed by their percentage. 
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