
BSI Standards Publication

Flanges and their joints — Quality assurance 
inspection and testing of gaskets in accordance with 
the series of standards EN 1514 and EN 12560

BS EN 14772:2021

Full document details: BS EN 14772:2021

http://www.avadocuments.com/doc/bs-en-14772-2021
http://www.avadocuments.com/doc/bs-en-14772-2021


 

 

 
EUROPEAN STANDARD 
NORME EUROPÉENNE 
EUROPÄISCHE NORM 

 
 EN 14772 
  

 
 January 2021 

ICS 23.040.60; 23.040.80 Supersedes EN 14772:2005

English Version 

 Flanges and their joints - Quality assurance inspection and 
testing of gaskets in accordance with the series of 

standards EN 1514 and EN 12560 
Brides et leurs assemblages - Contrôle de l'assurance 

de la qualité et essais de joints conformément aux 
séries de normes EN 1514 et EN 12560 

 Flansche und ihre Verbindungen - 
Qualitätssicherungsprüfung und Prüfung von 

Dichtungen nach den Normen der Reihen EN 1514 und 
EN 12560 

This European Standard was approved by CEN on 13 December 2020.  
 
CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this 
European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references 
concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN 
member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other language made by 
translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management 
Centre has the same status as the official versions. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, 
Poland, Portugal, Republic of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and 
United Kingdom. 
 
 
 

 
EUROPEAN COMMITTEE FOR STANDARDIZATION 
C O M I T É  E U R O P É E N  D E  N O R M A L I S A T I O N 
E U R O P Ä I S C H E S  K O M I T E E  F Ü R  N O R M U N G  
 

 

CEN-CENELEC Management Centre:  Rue de la Science 23,  B-1040 Brussels 

© 2021 CEN All rights of exploitation in any form and by any means reserved 
worldwide for CEN national Members. 

Ref. No. EN 14772:2021 E

National foreword

This British Standard is the UK implementation of EN 14772:2021. It 
supersedes BS EN 14772:2005, which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee PSE/15, Flanges.

A list of organizations represented on this committee can be obtained on 
request to its committee manager.

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application.

© The British Standards Institution 2021 
Published by BSI Standards Limited 2021

ISBN 978 0 539 02735 8

ICS 23.040.60; 23.040.80

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 31 January 2021.

Amendments/corrigenda issued since publication

Date Text affected

BRITISH STANDARD

Full document details: BS EN 14772:2021

http://www.avadocuments.com/doc/bs-en-14772-2021
http://www.avadocuments.com/doc/bs-en-14772-2021


 

 

 
EUROPEAN STANDARD 
NORME EUROPÉENNE 
EUROPÄISCHE NORM 

 
 EN 14772 
  

 
 January 2021 

ICS 23.040.60; 23.040.80 Supersedes EN 14772:2005

English Version 

 Flanges and their joints - Quality assurance inspection and 
testing of gaskets in accordance with the series of 

standards EN 1514 and EN 12560 
Brides et leurs assemblages - Contrôle de l'assurance 

de la qualité et essais de joints conformément aux 
séries de normes EN 1514 et EN 12560 

 Flansche und ihre Verbindungen - 
Qualitätssicherungsprüfung und Prüfung von 

Dichtungen nach den Normen der Reihen EN 1514 und 
EN 12560 

This European Standard was approved by CEN on 13 December 2020.  
 
CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this 
European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references 
concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN 
member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other language made by 
translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management 
Centre has the same status as the official versions. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, 
Poland, Portugal, Republic of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and 
United Kingdom. 
 
 
 

 
EUROPEAN COMMITTEE FOR STANDARDIZATION 
C O M I T É  E U R O P É E N  D E  N O R M A L I S A T I O N 
E U R O P Ä I S C H E S  K O M I T E E  F Ü R  N O R M U N G  
 

 

CEN-CENELEC Management Centre:  Rue de la Science 23,  B-1040 Brussels 

© 2021 CEN All rights of exploitation in any form and by any means reserved 
worldwide for CEN national Members. 

Ref. No. EN 14772:2021 E

Full document details: BS EN 14772:2021

https://doi.org/10.3403/03224577U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/03224577?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/bs-en-14772-2021
http://www.avadocuments.com/doc/bs-en-14772-2021


EN 14772:2021(E) 

2 
 

Contents Page 

European foreword ...................................................................................................................................................... 4 

Introduction .................................................................................................................................................................... 5 

1 Scope .................................................................................................................................................................... 6 

2 Normative references .................................................................................................................................... 6 

3 Definitions ......................................................................................................................................................... 7 

4 Structure of this document .......................................................................................................................... 7 

5 Quality assurance tests and inspections ................................................................................................ 7 

5.1 Quality assurance inspection and testing of gaskets as indicated in the relevant 
standard ............................................................................................................................................................. 7 

5.1.1 General................................................................................................................................................................ 7 

5.1.2 Non-metallic flat gasket with or without inserts ................................................................................. 8 

5.1.3 Spiral wound gaskets ..................................................................................................................................... 8 

5.1.4 Non-metallic PTFE envelope gaskets ....................................................................................................... 9 

5.1.5 Corrugated, flat or grooved metallic and filled metallic gaskets ................................................... 9 

5.1.6 Metallic ring type gaskets ............................................................................................................................ 9 

5.1.7 Covered serrated metal gaskets ................................................................................................................ 9 

5.1.8 Covered jacketed gaskets ........................................................................................................................... 10 

5.1.9 Polymeric “O” Ring Gaskets ....................................................................................................................... 10 

5.2 Quality assurance tests that are relevant for the components of composite gaskets .......... 10 

5.2.1 General.............................................................................................................................................................. 10 

5.2.2 Exfoliated graphite ....................................................................................................................................... 11 

5.2.3 PTFE (All forms) ............................................................................................................................................ 11 

5.2.4 Plate silicate .................................................................................................................................................... 11 

5.2.5 Millboard .......................................................................................................................................................... 11 

5.2.6 Rubber bound, fibre reinforced, sheet material ................................................................................ 11 

5.2.7 Metal .................................................................................................................................................................. 12 

5.3 Functional testing of the gaskets ............................................................................................................. 12 

5.3.1 General.............................................................................................................................................................. 12 

5.3.2 Non-metallic flat gaskets with or without inserts ............................................................................. 12 

5.3.3 Spiral wound gaskets ................................................................................................................................... 12 

5.3.4 Non-metallic PTFE envelope gaskets ..................................................................................................... 12 

5.3.5 Corrugated, flat or grooved metallic and filled metallic gaskets ................................................. 12 

5.3.6 Metallic ring type gaskets .......................................................................................................................... 12 

Full document details: BS EN 14772:2021

http://www.avadocuments.com/doc/bs-en-14772-2021
http://www.avadocuments.com/doc/bs-en-14772-2021


EN 14772:2021 (E) 

3 

5.3.7 Covered serrated metal gaskets .............................................................................................................. 12 

5.3.8 Covered jacketed gaskets .......................................................................................................................... 13 

5.3.9 Polymeric “O” Ring Gaskets ...................................................................................................................... 13 

6 Recommended test procedures ............................................................................................................... 13 

6.1 Thickness determination ........................................................................................................................... 13 

6.2 Density/Weight per unit area determination .................................................................................... 13 

6.3 Ash content/Ignition loss determination ............................................................................................ 13 

6.4 Compression and recovery determination ......................................................................................... 13 

6.5 Chloride content determination ............................................................................................................. 13 

6.6 Sulphur content determination ............................................................................................................... 14 

6.7 Comparative graphite oxidation determination ............................................................................... 14 

6.7.1 Testing equipment ....................................................................................................................................... 14 

6.7.2 Sampling .......................................................................................................................................................... 14 

6.7.3 Conditioning ................................................................................................................................................... 14 

6.7.4 Procedure of measurement ...................................................................................................................... 14 

6.7.5 Evaluation........................................................................................................................................................ 14 

6.7.6 Safety Limits ................................................................................................................................................... 15 

6.8 Gas permeability determination ............................................................................................................. 15 

6.9 Stress retention determination ............................................................................................................... 15 

6.10 Hardness .......................................................................................................................................................... 16 

7 Reporting ......................................................................................................................................................... 16 

Bibliography ................................................................................................................................................................. 17 

 

Full document details: BS EN 14772:2021

http://www.avadocuments.com/doc/bs-en-14772-2021
http://www.avadocuments.com/doc/bs-en-14772-2021


EN 14772:2021 (E) 

4 

European foreword 

This document (EN 14772:2021) has been prepared by Technical Committee CEN/TC 74 “Flanges and 
their joints”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by July 2021, and conflicting national standards shall be 
withdrawn at the latest by July 2021. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 14772:2005. 

In comparison with the previous edition, the following technical modifications have been made: 

a) Introduction of 6.7 “Comparative graphite oxidation determination”. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom. 
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