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The UK participation in its preparation was entrusted to Technical 
Committee B/539, Ceramic tiles and other rigid tiling. 

A list of organizations represented on this committee can be obtained on 
request to its secretary. 

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application. 

Compliance with a British Standard cannot confer immunity 
from legal obligations. 
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Foreword 

This document (EN 14891:2007) has been prepared by Technical Committee CEN/TC 67 “Ceramic tiles”, the 
secretariat of which is held by UNI. 

This European Standard shall be given the status of a national standard, either by publication of an identical text or 
by endorsement, at the latest by February 2008, and conflicting national standards shall be withdrawn at the latest 
by February 2008. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech Republic, 
Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, 
Switzerland and United Kingdom. 
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1 Scope 

This European Standard applies to all liquid-applied water impermeable products, based on polymer modified 
cementitious mortars, dispersions and reaction resin coatings, used beneath ceramic tiling, for internal and external 
tile installations on walls and floors. 

This European Standard gives the terminology concerning the products and specifies the test methods and the 
values of performance requirements for liquid-applied water impermeable products associated with tile adhesives. 

This European Standard specifies the evaluation of conformity and the classification and designation of liquid-
applied water impermeable products beneath ceramic tiling. 

This European Standard does not contain recommendations for the design and installation of ceramic tiles and 
grouts in combination with water impermeable products. 

NOTE 1 Liquid-applied water impermeable products may also be used beneath other types of tiles (natural and 
agglomerated stones etc.), where they do not adversely affect these materials. 

NOTE 2 The user of this European Standard should be familiar with normal laboratory practice. This European Standard 
does not purport to address all the safety problems associated with its use. It is the responsibility of the user to establish 
appropriate health and safety practices and to ensure compliance with any European and national regulatory conditions. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated references, 
only the edition cited applies. For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

EN 196-1, Methods of testing cement — Part 1: Determination of strength 

EN 197-1, Cement — Part 1: Composition, specifications and conformity criteria for common cements 

EN 480-1:2006, Admixture for concrete, mortar and grout — Test methods — Part 1: Reference concrete and 
mortar for testing 

EN 1008, Mixing water for concrete — Specification for sampling, testing and assessing the suitability of water, 
including water recovered from processes in the concrete industry, as mixing water for concrete 

EN 1067, Adhesives — Examination and preparation of samples for testing 

EN 1323, Adhesives for tiles — Concrete slab for test 

EN 12004, Adhesives for tiles — Definitions and specifications 

EN 12390-2, Testing hardened concrete — Part 2: Making and curing specimens for strength tests 

EN 12620, Aggregates for concrete 

EN 14411, Ceramic tiles — Definitions, classification, characteristics and marking 

EN ISO 15605, Adhesives — Sampling (ISO 15605:2000) 
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3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

3.1 
liquid-applied water impermeable product 
single- or multicomponent waterproofing material applied in a uniform layer, beneath ceramic tiling 

NOTE The water impermeable layer can include a reinforcing cloth or mesh 

3.2 
polymer modified cementitious liquid-applied water impermeable product  
(CM) 
mixture of hydraulic binding agents, aggregates and organic additives that has only to be mixed with water or liquid 
admixture just before use 

3.3 
dispersion liquid-applied water impermeable product  
(DM) 
mixture of organic binding agent(s) in the form of an aqueous polymer dispersion, organic additives and mineral 
fillers 

NOTE The mixture is ready for use 

3.4 
reaction resin liquid-applied water impermeable product  
(RM) 
mixture of synthetic resin, mineral fillers and organic additives in which hardening occurs by chemical reaction 

NOTE  They are available in one or more component forms 

3.5 
crack bridging ability 
ability of the hardened waterproofing material to withstand propagation of the cracks without deterioration 

3.6 
primer 
liquid coating applied to the surface, prior to the application of a liquid product, to improve adhesion and durability 
of the bond 

3.7 
fundamental characteristics 
characteristics that a liquid-applied water impermeable product always needs to have 

3.8 
optional characteristics 
characteristics for specific service conditions where enhanced levels of performance are required or which provide 
further information about its general performance 

4 Requirements 

The liquid-applied water impermeable products shall comply with the characteristics specified in Table 1 a. 

Table 1 b gives the additional characteristics that might be required for special service conditions. 

The amount of water and/or liquid admixture required for preparing the cementitious liquid-applied water 
impermeable products shall be the same for all tests. 
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Table 1 — Product requirements 

1 a FUNDAMENTAL CHARACTERISTICS 

Characteristic Requirement Test method 

Initial tensile adhesion strength ≥ 0,5 N/mm2 A.6.2 

Tensile adhesion strength after water contact ≥ 0,5 N/mm2 A.6.3 or A.6.4 

Tensile adhesion strength after heat ageing ≥ 0,5 N/mm2 A.6.5 

Tensile adhesion strength after freeze-thaw cycles ≥ 0,5 N/mm2 A.6.6 

Tensile adhesion strength after contact with lime water ≥ 0,5 N/mm2 A.6.9 

Waterproofing No penetration A.7 

Crack bridging ability under standard conditions ≥ 0,75 mm A.8.2 

1 b OPTIONAL CHARACTERISTICS 

Characteristic Requirement Test method 

Tensile adhesion strength after contact with chlorinated water ≥ 0,5 N/mm2 A.6.7 or A.6.8 

Crack bridging ability at low temperature (- 5°C) ≥ 0,75 mm A.8.3 

Crack bridging ability at very low temperature (- 20°C) ≥ 0,75 mm A.8.3 

 

5 Evaluation of conformity 

5.1 Principle 

The scheme for the evaluation of conformity includes the following elements: 

 initial type tests; 

 Factory Production Control (FPC); 

 registration and traceability. 

Manufacturers having a Quality System complying with EN ISO 9001 and made specific to the requirements of this 
European Standard are assumed to meet the requirements related to Factory Production Control. 

5.2 Initial type testing 

On first evaluation of a product to the requirements of this European Standard, or before the beginning of sale of a 
new product, appropriate initial type testing shall be carried out to confirm that the characteristics of the product 
meet the requirements of this European Standard. Tests which have previously been performed in accordance with 
the provisions of this European Standard (same product, same characteristic, test method, sampling procedure 
etc.) may be taken into account for the purpose of demonstrating satisfactory initial type testing. 
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Initial tests shall also be carried out on existing products after any change in raw materials or manufacturing 
procedures that can modify the declared values of the characteristics or application properties. 

In these cases the appropriate initial type testing to be carried out shall be for those characteristics and properties 
that can be affected and need confirmation; any new property or properties arising from a change of formulation or 
manufacturing procedure shall be tested and the results reported. 

The initial type testing shall be performed as listed in Table 2. 

The results of initial tests shall be recorded and be available for inspection. They shall be kept for at least 10 years 
after the date of last manufacture of the product to which they relate. 

5.3 Factory Production Control 

5.3.1 General 

A Factory Production Control (FPC) plan shall be established and documented in a manual. 

Any change in raw materials, manufacturing procedures or control plan that can affect the properties of the product 
shall be recorded. 

The manual shall include the FPC procedures relevant to the declared properties, as confirmed by the initial tests. 

The FPC procedures shall consist of a system for the production quality control to ensure that the product conforms 
to this European Standard. 

The production control shall consist of the following main phases: 

 inspection and testing of raw materials; 

 inspection and testing of production equipment and process; 

 inspection and testing of finished products. 

5.3.2 Production 

5.3.2.1 Raw materials 

The acceptance criteria and control procedures for incoming materials shall be defined by the manufacturer, to 
ensure that these are not used until it has been verified that they conform to the required specifications. 

5.3.2.2 Production process 

The manufacturer shall identify and define the plant and production processes and ensure that the processes are 
carried out under controlled conditions clearly described in documented operating procedures. The processes shall 
be verified by means of inspections and testing documented in a plan, as frequency and values or criteria required, 
both on equipment and on operations in the process. 

The action to be taken when control values or criteria are not obtained shall be given. 

5.3.3 Finished products 

As appropriate, the factory production control system incorporates a sampling plan and the frequency of testing for 
the finished product. The number and size of the samples, the frequency of sampling, the tests performed and the 
results obtained, shall be recorded. 
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