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This British Standard was published by BSI. It is the UK implementation of 
EN 15063-2:2006.
The UK participation in its preparation was entrusted to Technical Committee 
NFE/34, Copper and copper alloys.
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contract. Users are responsible for its correct application.
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Foreword 

This document (EN 15063-2:2006) has been prepared by Technical Committee CEN/TC 133 “Copper and 
copper alloys”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by May 2007, and conflicting national standards shall be withdrawn at the 
latest by May 2007. 

Within its programme of work, Technical Committee CEN/TC 133 requested CEN/TC 133/WG 10 "Methods of 
analysis" to prepare the following standard: 

EN 15063-2, Copper and copper alloys — Determination of main constituents and impurities by wavelength 
dispersive X-ray fluorescence spectrometry (XRF) — Part 2: Routine method 

This is one of two parts of the standard for the determination of main constituents and impurities in copper and 
copper alloys. The other part is: 

EN 15063-1, Copper and copper alloys — Determination of main constituents and impurities by wavelength 
dispersive X-ray fluorescence spectrometry (XRF) — Part 1: Guidelines to the routine method 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Den-
mark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxem-
bourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzer-
land and United Kingdom. 
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