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Foreword 

This document (EN 15080-12:2011) has been prepared by Technical Committee CEN/TC 127 “Fire safety in 
buildings”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by July 2011, and conflicting national standards shall be withdrawn at the 
latest by July 2011. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association, and supports essential requirements of 89/106/EEC. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and United Kingdom. 
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1 Scope 

This European Standard provides guidance, and where appropriate defines procedures, for variations of 
certain parameters and factors associated with the design of internal and external loadbearing walls that have 
been tested in accordance with EN 1365-1. 

Data from historic standard fire resistance tests may be used as supporting information. 

Manufactured stone masonry units according to EN 771-5 and natural stone units according to EN 771-6 are 
not covered. 

This European Standard is not valid for reinforced masonry. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 771-1, Specification for masonry units — Part 1: Clay masonry units 

EN 771-3, Specification for masonry units — Part 3: Aggregate concrete masonry units (Dense and light-
weight aggregates)  

EN 772-1, Methods of test for masonry units — Part 1: Determination of compressive strength 

EN 772-16, Methods of test for masonry units – Part 16: Determination of dimensions 

EN 998-1:2010, Specification for mortar for masonry — Part 1: Rendering and plastering mortar 

EN 1363-1, Fire resistance tests — Part 1: General requirements 

EN 1363-2, Fire resistance tests — Part 2: Alternative and additional procedures 

EN 1365-1, Fire resistance tests for loadbearing elements — Part 1: Walls 

EN 1996-1-1, Eurocode 6 — Design of masonry structures — Part 1-1: General rules for reinforced and 
unreinforced masonry structures 

EN 1996-1-2:2005, Eurocode 6 — Design of masonry structures — Part 1-2: General rules — Structural fire 
design 

EN 1996-2, Eurocode 6 — Design of masonry structures — Part 2: Design considerations, selection of 
materials and execution of masonry 

EN 1996-3:2006, Eurocode 6 — Design of masonry structures — Part 3: Simplified calculation methods for 
unreinforced masonry structures 

EN 13501-2, Fire classification of construction products and buildings elements — Part 2 Classification using 
data from fire resistance tests, excluding ventilation services 

Full document details: BS EN 15080-12:2011

http://dx.doi.org/10.3403/01702381U
http://dx.doi.org/10.3403/03006936U
http://dx.doi.org/10.3403/02224907U
http://dx.doi.org/10.3403/02898967U
http://dx.doi.org/10.3403/03006778U
http://dx.doi.org/10.3403/01784906U
http://dx.doi.org/10.3403/01784893U
http://dx.doi.org/10.3403/30211863
http://dx.doi.org/10.3403/01702315U
http://dx.doi.org/10.3403/01702327U
http://dx.doi.org/10.3403/01702381U
http://dx.doi.org/10.3403/30092858U
http://dx.doi.org/10.3403/30116737
http://dx.doi.org/10.3403/30109129U
http://dx.doi.org/10.3403/30047515
http://dx.doi.org/10.3403/02952183U
http://www.avadocuments.com/doc/bs-en-15080-12-2011
http://www.avadocuments.com/doc/bs-en-15080-12-2011

