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Foreword 

This document (EN 15146:2006) has been prepared by Technical Committee CEN/TC 175 “Round and sawn 
timber”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by June 2007, and conflicting national standards shall be withdrawn at 
the latest by June 2007. 

This standard is one of a series of standards concerning solid wood panelling and cladding and wood flooring 
(including parquet). 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, 
Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, 
Switzerland and United Kingdom. 
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Introduction 

This standard describes characteristics of solid softwood panelling and cladding based on individual elements. 
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1 Scope 

This European Standard defines the characteristics of solid wood panelling and cladding without tongue and 
groove on edges, machined from the following most common European species of softwood: spruce/fir, pine, 
larch, European Douglas fir and maritime pine.  

Products are intended for interior or exterior use. 

Coatings and finishings are not dealt with in this European Standard. 

NOTE products sold in the European Economic Area will have to comply with EN 14915. 

2 Normative references 
The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 350-2, Durability of wood and wood-based products - Natural durability of solid wood - Part 2: Guide to 
natural durability and treatability of selected wood species of importance in Europe  

EN 844-3:1995, Round and sawn timber - Terminology - Part 3: General terms relating to sawn timber 

EN 844-4:1997, Round and sawn timber - Terminology - Part 4: Terms relating to moisture content 

EN 844-5:1997, Round and sawn timber - Terminology - Part 5: Terms relating to dimensions of round timber 

EN 844-6:1997, Round and sawn timber - Terminology - Part 6: Terms relating to dimensions of sawn timber 

EN 844-7:1997, Round and sawn timber - Terminology - Part 7: Terms relating to anatomical structure of 
timber  

EN 844-8:1997, Round and sawn timber - Terminology - Part 8: Terms relating to features of round timber 

EN 844-9:1997, Round and sawn timber - Terminology - Part 9: Terms relating to features of sawn timber 

EN 844-10:1998, Round and sawn timber - Terminology - Part 10: Terms relating to stain and fungal attack 

EN 844-11:1998, Round and sawn timber - Terminology - Part 11: Terms relating to degrade by insects 

EN 844-12:2000, Round and sawn timber - Terminology - Part 12: Additional terms and general index 

EN 1309-1:1997, Round and sawn timber- Method of measurement of dimensions – Part 1: Sawn timber 

EN 1310:1997, Round and sawn timber - Method of measurement of features 

EN 13183-1, Moisture content of a piece of sawn timber – Part 1: Determination by oven dry method 

EN 13183-2, Moisture content of a piece of sawn timber – Part 2: Estimation by electrical resistance method 

EN 13556, Round and sawn timber – Nomenclature of timbers used in Europe 

EN 13647, Wood and parquet flooring and wood panelling and cladding – Determination of geometrical 
characteristics 

EN 13756:2002, Wood flooring – Terminology 
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