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National foreword

This British Standard was published by BSI. It is the UK implementation of
EN 15206:2007.

The UK participation in its preparation was entrusted to Technical Committee
STI/36, Vitreous enamel coatings.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of a
contract. Users are responsible for its correct application.

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was Amendments issued since publication
published under the authority
of the Standards Policy and

Strategy Committee Y Amd. No. Date Comments

on 31 July 2007
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Vitreous and porcelain enamels - Production of specimens for
testing enamel on sheet steel, sheet aluminium and cast iron

Emaux vitrifiés - Production d'échantillons afin de Emails und Emaillierungen - Herstellung von Proben zur
soumettre a I'essai I'émail sur la téle d'acier, la tole Prifung von Stahlblech-Emails, Aluminium-Emails und
d'aluminium et la fonte Gusseisen-Emails

This European Standard was approved by CEN on 8 December 2006.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
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This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the CEN Management Centre has the same status as the
official versions.
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