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Foreword 

This document (EN 15307:2014) has been prepared by Technical Committee CEN/TC 193 “Adhesives”, the 
secretariat of which is held by AENOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by June 2015, and conflicting national standards shall be withdrawn at 
the latest by June 2015. 

This document supersedes EN 15307:2007. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

With respect the previous version of EN 15307, the following main changes have been made: 

1. In order to clarify, the test in 5.2.1 has been reworded as follows: 

“The peel resistance after 4 d storage in the standard atmosphere 23/50 according to ISO 554 shall be for 
sole-upper bonds of: 

Class A: at least 2,5 N/mm; 

Class B: at least 3,0 N/mm, or at least 2,5 N/mm with material failure; 

Class C: at least 4,0 N/m or at least 3,0 N/mm with material failure; 

Class D: at least 5,0 N/mm or at least 3,5 N/mm with material failure. 

Definition of “material failure” is included in EN ISO 10365.” 

2. In order to clarify 5.2.3, the sentence “(separation distance of the bonding)” has been added before the 
comma. 

3. In order to clarify, the test in 6.5 has been reworded as follows: 

“Before starting peel tests specified in 6.1 store the test pieces in the standard atmosphere of 23/50 according 
to ISO 554 for 4 d in case of test described in (5.2.1), for 2 min in case of test described in (5.2.2) and before 
warming up to (50 ± 2) ºC for 6 d in case of test described in (5.2.3).” 

4. In Annex A, the full name of the abbreviations NBR, SBR, SBSR and PVC have been added between 
parentheses in the test. 

SAFETY STATEMENT — Persons using this document should be familiar with the normal laboratory practice, 
if applicable. This document does not purport to address all of the safety problems, if any, associated with its 
use. It is the responsibility of the user to establish appropriate safety and health practices and to ensure 
compliance with any regulatory conditions. 

ENVIRONMENTAL STATEMENT — It is understood that some of the material permitted in this standard may 
have negative environmental impact. As technological advantages lead to acceptable alternatives for these 
materials, they will be eliminated from this standard to the extent possible. 

At the end of the test, the user of the standard should take care to carry out an appropriate disposal of the 
wastes, according to local regulation. 
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