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Foreword 

This document (EN 15330-2:2008) has been prepared by Technical Committee CEN/TC 217 “Surfaces for 
sports areas”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by July 2008, and conflicting national standards shall be withdrawn at the 
latest by July 2008. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

EN 15330 consists of the following parts, under the general title Surfaces for sports areas — Synthetic turf 
and needle-punched surfaces primarily designed for outdoor use: 

 Part 1: Specification for synthetic turf  

 Part 2: Specification for needle-punched surfaces 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 

Full document details: BS EN 15330-2:2008

http://www.avadocuments.com/doc/bs-en-15330-2-2008
http://www.avadocuments.com/doc/bs-en-15330-2-2008


EN 15330-2:2008 (E) 

4 

1 Scope 

This European Standard specifies performance and durability characteristics of needle-punched sports 
surfaces primarily used outdoors. Two categories of surfaces are covered, based on the principal sporting use 
of the surface, as follows: 

 surfaces designed for multi-sports use; and 

 surfaces designed primarily for tennis. 

The requirements are intended to apply to surfaces used for community, educational and recreational sport. 
For professional and elite levels of competition, many sports governing bodies have published their own 
specifications; the requirements of the sports governing bodies might differ from those detailed in this 
European Standard and facility developers are advised to ensure that they select surfaces offering the correct 
levels of performance for the levels of competition to be played on the pitch or court. 

This European Standard is based on type approval testing of products in the laboratory. Selected 
requirements may also be used on-site to assess the suitability of installed surfaces. Guidance on the testing 
of installations is given in Annex A. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 430, Resilient floor coverings – Determination of mass per unit area 

EN 933-1, Tests for geometrical properties of aggregates – Part 1: Determination of particle size distribution – 
Sieving method 

EN 1097-3, Tests for mechanical and physical properties of aggregates - Part 3: Determination of loose bulk 
density and voids 

EN 1969, Surfaces for sports areas – Determination of thickness of synthetic sports surfaces 

EN 12616, Surfaces for sports areas – Determination of water infiltration rate 

EN 12230, Surfaces for sports areas – Determination of tensile properties of synthetic sports surfaces 

EN 12235, Surfaces for sports areas – Determination of vertical ball behaviour 

EN 12228, Surfaces for sports areas – Determination of joint strength of synthetic surfaces 

EN 12229, Surfaces for sports areas – Procedure for the preparation of synthetic turf and needle-punch test 
pieces 

EN 12234, Surfaces for sports areas – Determination of ball roll behaviour 

EN 13036-7, Road and airfield surface characteristics – Test methods – Part 7: Irregularity measurement of 
pavement courses: the straightedge test 

EN 13672, Surfaces for sports areas – Determination of resistance to abrasion of non-filled synthetic turf 

EN 13744, Surfaces for sports areas – Procedure for accelerated ageing by immersion in hot water 
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