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European foreword 

This document (EN 15330-4:2022) has been prepared by Technical Committee CEN/TC 217 “Surfaces 
for Sports Areas”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by June 2023, and conflicting national standards shall be 
withdrawn at the latest by June 2023. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the 
United Kingdom. 
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1 Scope 

This document specifies minimum performance and durability requirements for shockpads used within 
synthetic turf and textile sports surfacing systems. 

The document also specifies appropriate performance tolerance for production and on-site quality 
control procedures. 

This document does not cover structural properties of shockpads. Where appropriate, compliance with 
other European or national standards and guidelines for these aspects should be followed. 
NOTE 1 The sports performance characteristics of a sports surfacing system are provided by the combined 
characteristics of the playing surface, any infill within the playing surface and the shockpad. The selection of the 
correct combination of each is complex and the responsibility of the sports surface system designer. It is 
important to take this into account when considering the performance of a shockpad. A shockpad alone is not be 
expected to satisfy the performance requirements of the complete sports surfacing system as specified in 
EN 15330-1, E, etc. 

NOTE 2 Some forms of innovative shockpad are designed to provide additional functions beyond aiding the 
provision of the required sports performance properties. Some of these additional functions can, by design, mean 
that full compliance with all requirements of this document is not appropriate. 

NOTE 3 This document only refers to the shockpad. It makes no recommendations on sub-base constructions or 
the different synthetic turf for needle-punch textile sports surface designs. 

NOTE 4 Annex E (informative) can be used in those countries where national guidance or regulations are not 
available. If such guidance or regulations are available, they supersede Annex E. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendment) applies. 

EN 1969, Surfaces for sports areas - Determination of thickness of synthetic sports surfaces 

EN 12616, Surfaces for sports areas - Test methods for the determination of vertical water infiltration and 
horizontal water flow rates 

EN 13817, Surfaces for sports areas - Procedure for accelerated ageing by exposure to hot air 

EN 12230, Surfaces for sports areas - Determination of tensile properties of synthetic sports surfaces 

EN 12664, Thermal performance of building materials and products - Determination of thermal resistance 
by means of guarded hot plate and heat flow meter methods - Dry and moist products of medium and low 
thermal resistance 

CEN/TS 16717, Surface for sports areas - Method of test for the determination of shock absorption, 
vertical deformation and energy restitution using the advanced artificial athlete 

EN 17324, Surfaces for sports areas - Test method for the determination of the resistance to dynamic 
fatigue of shock pads and sports surfaces 

EN ISO 1183 (all parts), Methods for determining the density of non-cellular plastics (ISO 1183 (all parts)) 

EN ISO 527 (all parts), Plastics - Determination of tensile properties (ISO 527 (all parts)) 
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EN ISO 845, Cellular plastics and rubbers - Determination of apparent density (ISO 845) 

ISO 188, Rubber, vulcanized or thermoplastic — Accelerated ageing and heat resistance tests 

ISO 8543, Textile floor coverings — Methods for determination of mass 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

ISO and IEC maintain terminological databases for use in standardization at the following addresses: 

— IEC Electropedia: available at http://www.electropedia.org/ 

— ISO Online browsing platform: available at http://www.iso.org/obp 

3.1 
shockpad 
resilient underlayer placed beneath the synthetic turf or textile carpet and designed to aid the provision 
of the required sports performance 

Note 1 to entry: The shockpad may either be produced as prefabricated resilient rolls or tiles, or be a mix of 
resilient granules and binder that is laid in situ to form a continuous underlayer. 

3.2 
sports surfacing system 
all components of the playing surface that influence its sports performance or bio-mechanical 
characteristics of the product 

Note 1 to entry: These typically comprise the playing surface (e.g. synthetic turf, synthetic surface, etc.), any infill 
laid within the playing surface and the shockpad. They can also include any supporting layers or components 
designed to contribute to the performance of the surface. 

3.3 
pre-fabricated shockpad 
shockpad manufactured in a factory and normally comprising rolls or tiles that are transported to site 
laid on the base or floor of the sports area 

3.4 
in-situ shockpad (also known as elastic layer) 
shockpad formed as a wet pour mix and normally incorporating a binder (e.g. polyurethane) and 
elastomeric granulate (e.g. rubber granulate) that is mixed and machine-laid on site on the base or floor 
of the sports area 

3.5 
product declaration 
statement or datasheet provided by the shockpad manufacturer that describes the composition and 
expected performance of the shockpad for each of the properties detailed in this document 

3.6 
shock absorption absolute 
outright difference in measurements of shock absorption expressed in units of percentage shock 
absorption 
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3.7 
median 
value that at most half of the population is less than the proposed median and at most half is greater 
than the proposed median 

4 Laboratory conditions and specimen conditioning 

4.1 Test floor 

Shock absorption and deformation tests shall be made on a rigid concrete floor concrete comprising a 
rigid, non-vibrating, smooth, level and even concrete floor on which a peak force (Fmax) of (6,60 ± 0,25) 
kN is achieved. 

The shockpad shall be attached to the concrete floor using (50 ± 5) mm wide double-sided adhesive 
tape. This shall be attached to the outer edges of the test specimen. 
4.2 Test environments 

As specified tests shall be carried out under the conditions detailed in Table 1. 

Table 1 — Test conditions 

Test environment Test 
temperature 

Use of load 
spreading plate 

Test specimen 
condition Clause 

Standard laboratory conditions (23 ± 2) °C No Dry 4.3.1 

Standard laboratory conditions (23 ± 2) °C Yes Dry 4.3.1 

Standard laboratory conditions (23 ± 2) °C Yes Wet 4.3.2 

Following accelerated air ageing 
in accordance with EN 13817 (23 ± 2) °C Yes Dry 4.3.3 

Test specimen at elevated 
temperature (40 ± 2) °C Yes Dry 4.3.4 

Test specimen at sub-ambient 
temperature (5 ± 2) °C Yes Dry 4.3.5 

Frozen test specimen (−5 ± 2) °C Yes Frozen 4.3.6 

NOTE The load spreading plate is designed to partly replicate the lateral impact dissipation provided by the 
synthetic turf or textile sports surface that is laid over the shockpad. 

4.3 Procedure for test specimen conditioning 

4.3.1 Standard laboratory conditions 

Unless otherwise specified tests shall be undertaken under standard laboratory tests conditions of 
(23 ± 2) °C. The test specimen shall be conditioned for a minimum of 3 h at the specified temperature 
prior to test. 
NOTE As shockpads are generally not sensitive to humidity, it is not considered necessary to specify strict 
humidity conditions for the laboratory. Nevertheless, it is advisable for the humidity to be nominally 50 % RH. 
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