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European foreword 

This document (EN 15416-1:2025) has been prepared by Technical Committee CEN/TC 193 “Adhesives”, 
the secretariat of which is held by UNE. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by April 2026, and conflicting national standards shall be 
withdrawn at the latest by April 2026. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 15416-1:2017. 

This document is intended to harmonize the provisions in EN 14080:2013, B.2, EN 15497:2014 and 
EN 16254:2023, Annex B and EN 16351. 

EN 15416-1:2025 includes the following significant technical changes with respect to EN 15416-1:2017: 

a) dated reference to EN 302-3 changed to an undated reference; 

b) terms and definitions added as Clause 3; 

c) glue line thickness for different application areas in 6.1 described in more detail; 

d) use of spacers with different thickness for preparation of test sticks added in 6.3; 

e) editorial changes. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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Introduction 

This document is one of a series dealing with adhesives for use with timber structures, and is published 
in support of the EN 1995 series, Eurocode 5: Design of timber structures. The series consists of five 
classification and performance requirements for adhesives for load-bearing timber structures, phenolic 
and aminoplastic adhesives (EN 301), one component polyurethane adhesives (EN 15425), emulsion 
polymer isocyanate adhesives (EN 16254), two component epoxy and polyurethane adhesives for glued 
in rods (EN 17334) and for on-site repair of cracked timber structures (EN 17418) and all together twelve 
test methods (EN 302-1, EN 302-2, EN 302-3, EN 302-4, EN 302-5, EN 302-6, EN 302-7 and EN 302-8 and 
EN 15416-1, EN 15416-3, EN 15416-4 and EN 15416-5). 

These European Standards have the following titles: 

EN 301, Adhesives, phenolic and aminoplastic, for load-bearing timber structures — Classification and 
performance requirements 

EN 302, Adhesives for load-bearing timber structures — Test methods: 

— Part 1: Determination of longitudinal tensile shear strength 

— Part 2: Determination of resistance to delamination 

— Part 3: Determination of the effect of acid damage to wood fibres by temperature and humidity cycling 
on the transverse tensile strength 

— Part 4: Determination of the effects of wood shrinkage on the shear strength 

— Part 5: Determination of maximum assembly time under referenced conditions 

— Part 6: Determination of the minimum pressing time under referenced conditions 

— Part 7: Determination of the working life under referenced conditions 

— Part 8: Static load test of multiple bond line specimens in compression shear 

EN 15416, Adhesives for load bearing timber structures other than phenolic and aminoplastic — Test 
methods: 

— Part 1: Long-term tension load test perpendicular to the bond line at varying climate conditions with 
specimens perpendicular to the glue line (Glass house test) 

— Part 3: Creep deformation test at cyclic climate conditions with specimens loaded in bending shear 

— Part 4: Determination of open assembly time under referenced conditions 

— Part 5: Determination of minimum pressing time under referenced conditions 

EN 15425, Adhesives — One component polyurethane (PUR) for load-bearing timber structures — 
Classification and performance requirements 

EN 16254, Adhesives — Emulsion polymer isocyanate (EPI) for load-bearing timber structures — 
Classification and performance requirements 

EN 17334, Glued-in rods in glued structural timber products — Testing, requirements and bond shear 
strength classification 

EN 17418, Two-component epoxy and polyurethane adhesives for on-site repair of cracked timber 
structures — Testing, requirements and repair strength verification 
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