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National foreword
This British Standard is the official English language version of EN 1555-1:2002. 
Collectively, EN 1555-1, EN 1555-2 and EN 1555-5 comprise a revision of BS 7281:1990 
and EN 1555-3 comprises a revision of BS 7336:1990. It is intended that these British 
Standards will be declared obsolescent by December 2004.

NOTE 1 CEN/TC 234 in co-operation with CEN/TC 155 drafted an installation document for gas 
applications and this was published as EN 12007-2:2000, Gas supply systems — Pipelines for 
maximum operating pressure up to and including 16 bar — Part 2: Specific functional 
recommendations for polyethylene (MOP up to and including 10 bar)1). As a consequence of this,  
TC 155 agreed that they would not draft a Part 6 in the EN 1555 series.

NOTE 2 Part 7 has been prepared as a CEN/TS to allow further development. CEN/TS 1555-7 is 
not mandatory under the Public Procurement Directive.

The UK participation in its preparation was entrusted by Technical Committee PRI/88 
(previously PRI/61), Plastics piping systems, to Subcommittee PRI/88/2 (previously 
PRI/61/2), Plastics piping for pressure applications, which has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on request to 
its secretary.
Attention is drawn to any appropriate safety precautions. It is assumed in the drafting 
of a standard that the execution of its provisions is entrusted to appropriately qualified 
and competent people.
The UK National Annex NA attached to this standard provides additional information 
on the selection and installation of piping systems and components in the UK.
Attention is drawn to the following statutory regulations:
Health and Safety at Work etc. Act 1974 and subsequent regulations.

Cross-references

The British Standards which implement international or European publications 
referred to in this document may be found in the BSI Catalogue under the section 
entitled “International Standards Correspondence Index”, or by using the “Search” 
facility of the BSI Electronic Catalogue or of British Standards Online.
This publication does not purport to include all the necessary provisions of a contract. 
Users are responsible for its correct application.
Compliance with a British Standard does not of itself confer immunity from 
legal obligations.

1) It is the opinion of Technical Committee PRI/88 that the Code of Practice published by the 
gas industry represents established UK practice, copies of which are available from the 
current national network distributor, Transco.

— aid enquirers to understand the text;

— present to the responsible international/European committee any enquiries 
on the interpretation, or proposals for change, and keep the UK interests 
informed;

— monitor related international and European developments and promulgate 
them in the UK.

Summary of pages
This document comprises a front cover, an inside front cover, the EN title page, pages 2 
to 15, the National Annex NA page, an inside back cover and a back cover.
The BSI copyright notice displayed in this document indicates when the document was 
last issued.

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS EN 1555-1:2002

http://www.avadocuments.com/doc/bs-en-1555-1-2002
http://www.avadocuments.com/doc/bs-en-1555-1-2002


EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

EN 1555-1

December 2002

ICS 01.040.23; 23.040.01; 91.140.40

English version

Plastics piping systems for the supply of gaseous fuels -
Polyethylene (PE) - Part 1: General

Systèmes de canalisations en plastique pour la distribution
de combustibles gazeux - Polyéthylène (PE) - Partie 1:

Généralités

Kunststoff-Rohrleitungssysteme für die Gasversorgung -
Polyethylen (PE) - Teil 1: Allgemeines

This European Standard was approved by CEN on 1 November 2002.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the Management Centre has the same status as the official
versions.

CEN members are the national standards bodies of Austria, Belgium, Czech Republic, Denmark, Finland, France, Germany, Greece,
Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and United Kingdom.

EUROPEAN COMMITTEE FOR STANDARDIZATION
C O M I T É  E U R O P É E N  D E  N O R M A LI S A T I O N
EUR OP ÄIS C HES  KOM ITEE FÜR  NOR M UNG

Management Centre: rue de Stassart, 36    B-1050 Brussels

© 2002 CEN All rights of exploitation in any form and by any means reserved
worldwide for CEN national Members.

Ref. No. EN 1555-1:2002 E

Full document details: BS EN 1555-1:2002

http://www.avadocuments.com/doc/bs-en-1555-1-2002
http://www.avadocuments.com/doc/bs-en-1555-1-2002


EN 1555-1:2002 (E)

2

Contents

page

Contents................................................................................................................................................. 2

Foreword................................................................................................................................................ 3

Introduction ........................................................................................................................................... 4

1 Scope.............................................................................................................................................. 5

2 Normative references.................................................................................................................... 5

3 Terms and definitions, symbols and abbreviations .................................................................. 6

3.1 Terms and definitions................................................................................................................... 6
3.1.1 Geometrical definitions............................................................................................................... 6
3.1.2 Material definitions ..................................................................................................................... 8
3.1.3 Definitions related to material characteristics ............................................................................ 8
3.1.4 Definitions related to service conditions..................................................................................... 8
3.1.5 Definitions related to joints ......................................................................................................... 9

3.2 Symbols........................................................................................................................................ 9

3.3 Abbreviations................................................................................................................................ 9

4 Material......................................................................................................................................... 10

4.1 Material of the components........................................................................................................ 10

4.2 Compound.................................................................................................................................. 10
4.2.1 Additives................................................................................................................................... 10
4.2.2 Colour....................................................................................................................................... 10
4.2.3 Characteristics.......................................................................................................................... 10

4.3 Fusion compatibility.................................................................................................................... 13

4.4 Classification and designation.................................................................................................... 13

4.5 Overall service (design) coefficient and design stress............................................................... 14

4.6 Reprocessable and recyclable material ..................................................................................... 14

Bibliography ........................................................................................................................................ 15

Full document details: BS EN 1555-1:2002

http://www.avadocuments.com/doc/bs-en-1555-1-2002
http://www.avadocuments.com/doc/bs-en-1555-1-2002


EN 1555-1:2002 (E)

3

Foreword

This document EN 1555-1:2002 has been prepared by Technical Committee CEN /TC 155, "Plastics piping
systems and ducting systems", the secretariat of which is held by NEN.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by June 2003, and conflicting national standards shall be withdrawn at the latest by
December 2004.

It has been prepared in liaison with Technical Committee CEN/TC 234 "Gas supply".

This standard is a part of a System Standard for plastics piping systems of a particular material for a specified
application. There are a number of such System Standards.

System Standards are based on the results of the work undertaken in ISO/TC 138 "Plastics pipes, fittings and
valves for the transport of fluids", which is a Technical Committee of the International Organization for
Standardization (ISO).

They are supported by separate standards on test methods to which references are made throughout the System
Standard.

The System Standards are consistent with general standards on functional requirements and on recommended
practice for installation.

EN 1555 consists of the following parts, under the general title Plastics piping systems for the supply of gaseous
fuels -  Polyethylene (PE):

— Part 1: General (this standard)

— Part 2: Pipes

— Part 3: Fittings

— Part 4: Valves

— Part 5: Fitness for purpose of the system

— Part 7: Guidance for assessment of conformity (to be published as an CEN/TS).

NOTE The document dealing with recommended practice for installation which was initially submitted for CEN enquiry as prEN 1555-6 was
withdrawn when EN 12007-2 [1], prepared by CEN/TC 234 "Gas supply", was published with the title "Gas supply systems - Pipelines for
maximum operating pressure up to and including 16 bar - Part 2: Specific functional recommendations for polyethylene (MOP up to and
including 10 bar)".

This document includes a Bibliography.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard : Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and the United Kingdom.
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Introduction

The System Standard, of which this is Part 1, specifies the requirements for a piping system and its components
made from polyethylene (PE) and which is intended to be used for the supply of gaseous fuels.

Requirements and test methods for components of the piping system are specified in EN 1555-2, EN 1555-3 and
EN 1555-4. Characteristics for fitness for purpose are covered in EN 1555-5. prCEN/TS 1555-7 gives guidance for
assessment of conformity. Recommended practice for installation is given in EN 12007-2, prepared by
CEN/TC 234.

This part of EN 1555 covers the general aspects of the plastics piping system.
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