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Foreword 

This document (EN 15646:2009) has been prepared by Technical Committee CEN/TC 262 “Metallic and other 
inorganic coatings”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by September 2009, and conflicting national standards shall be 
withdrawn at the latest by September 2009. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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Introduction 

Electroplating of aluminium and aluminium alloy coatings provides several advantages: 

 coating temperature (approximately 80 °C to 100 °C); 

 no hydrogen embrittlement due to the electrodeposition of aluminium. 

Prevention of hydrogen embrittlement results from the (process) technology of electroplating, because it is 
conducted in aprotic, organic solvents, in which the aluminium is dissolved as an aluminium-organic complex. 
To protect these electroplating solutions from humidity (water) and air oxygen, the electroplating of aluminium 
is performed under an inert gas atmosphere of nitrogen or argon. For anodic material aluminium is used, 
which has a purity of > 99,7 %. During electroplating of aluminium a purification (electrolytic refining) takes 
place, which results in an aluminium coating with a purity of 99,99 % Al percentage by mass. The high level of 
purity of the aluminium forms the basis for corrosion protection. The corrosion protection of the aluminium 
coating can be increased by common procedures of aluminium after-treatment, e.g. conversion coatings. The 
corrosion behaviour in chlorine-containing media is based on the fact that pure aluminium has a low self-
corrosion because the aluminium is passivated by a thin oxide layer due to air oxygen. The oxide layer of the 
pure-aluminium coating is stable in the pH range from 4,0 to 8,5. Corrosion damage does not result in 
voluminous corrosion products. 

The electrodeposited aluminium coatings cathodically protect iron materials. However, polarization effects in 
chlorine-free media, e.g. condensed water, may result in an anodic protective behaviour in such electrolytes. 
This effect can be reduced by alloying, for example, zinc or magnesium to the aluminium. Due to low 
dissolution current densities and extensive freedom of pores, the coatings can be suitable as galvanic 
corrosion protection on less reactive (more precious) materials like stainless steels and copper alloys. For 
adhesion reasons the application of a nickel strike may become necessary. 

High ductility of the coatings allows an extreme deformation of the work pieces in the electroplated state. 

The European Committee for Standardization (CEN) draws attention to the fact that it is claimed that 
compliance with this document may involve the use of a patent concerning the use of individual electrolyte 
(electroplating solution) formulations to electrodeposit aluminium and/or aluminium alloys as given in 
Subclause 3.2 and Annex C. CEN takes no position concerning the evidence, validity and scope of this patent 
right.  

The holder of this patent right has assured CEN that he is willing to negotiate licences under reasonable and 
non-discriminatory terms and conditions with applicants throughout the world. In this respect, the statement of 
the holder of this patent right is registered with CEN. Information may be obtained from: 

Aluminal Oberflächentechnik GmbH & Co.KG 
Auf der Birke 2 
D-56412  Heiligenroth 

Rasant-Alotec Beschichtungstechnik GmbH 
Zur Kaule 1 
D-51491  Overath 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights other than those identified above. CEN shall not be held responsible for identifying any or all such 
patent rights.” 
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