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Foreword 

This document (EN 15772:2012) has been prepared by Technical Committee CEN/TC 134 “Resilient, textile 
and laminate floor coverings”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by December 2012, and conflicting national standards shall be withdrawn 
at the latest by December 2012. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland, Turkey and the United Kingdom. 
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1 Scope 

This European Standard specifies the minimum requirements for needled floor coverings in sheet form for 
single usage in events of limited duration.  These floor coverings are intended to be adhered to the substrate. 

This European Standard is both applicable to needled pile floor coverings for single usage in events of limited 
duration and needled floor coverings without pile for single usage in events of limited duration. 

This European Standard is not applicable to tiles. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

EN 984, Textile floor coverings — Determination of the mass per unit area of the use surface of needled floor 
coverings 

EN 985:2001, Textile floor coverings — Castor chair test 

EN 1269, Textile floor coverings — Assessment of impregnations in needled floor coverings by means of a 
soiling test 

EN 1318, Textile floor coverings — Determination of the apparent effective thickness of the backing 

EN 1963, Textile floor coverings — Tests using the Lisson Tretrad Machine 

CEN/TS 14159, Textile floor coverings — Requirements for tolerances on (linear) dimensions of rugs, runners, 
carpet tiles and wall-to-wall carpet and for tolerances on pattern repeat 

CEN/TS 15398, Resilient, textile and laminate floor coverings — Floor covering standard symbols 

EN ISO 105-B02, Textiles — Tests for colour fastness — Part B02: Colour fastness to artificial light: Xenon 
arc fading lamp test (ISO 105-B02:1994, including amendment 1:1998) 

EN ISO 845, Cellular plastics and rubbers — Determination of apparent density (ISO 845) 

ISO 1765, Machine-made textile floor coverings — Determination of thickness 

ISO 2424:2007, Textile floor coverings — Vocabulary 

ISO 2551, Machine-made textile floor coverings — Determination of dimensional changes due to the effects of 
varied water and heat conditions 

ISO 6356, Textile floor coverings — Assessment of static electrical propensity — Walking test 

ISO 8543, Textile floor coverings — Methods for determination of mass 

ISO 11379, Textile floor coverings — Laboratory cleaning procedure using spray extraction 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in ISO 2424:2007 apply. 
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