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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical Committee
B/540, Energy performance of materials, components and buildings, to
Subcommittee B/540/1, European Standards for thermal insulation, upon which the
following bodies were represented:

Association of Building Component Manufacturers

Association for the Conservation of Energy

Association of Lightweight Aggregate Manufacturers

Autoclaved Aerated Concrete Products Association

Brick Development Association

British Rigid Urethane Foam Manufacturers’ Association

British Vermiculite Association

Building Employers’ Confederation

Chartered Institution of Building Services Engineers

Concrete Block Association

Cork Industry Federation

Department of the Environment (Building Research Establishment)
Department of the Environment (Construction Directorate)
Department of Trade and Industry (National Physical Laboratory)
Eurisol (UK Mineral Wool Association)

European Phenolic Foam Association

Glass and Glazing Federation

Meteorological Office

National House-building Council

Thermal Insulation Contractors’ Association

Thermal Insulation Manufacturers’ and Suppliers’ Association (TIMSA)
Wood Wool Slab Manufacturers’ Association

This British Standard, having
been prepared under the
direction of the Sector Board for
Building and Civil Engineering,
was published under the
authority of the Standards Board
and comes into effect on

15 June 1997
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National foreword

This British Standard has been prepared by Subcommittee B/540/1, European
Standards for thermal insulation, and is the English language version of EN 1607 : 1996
Thermal insulating products for building applications — Determination of tensile
strength perpendicular to faces, published by the European Committee for
Standardization (CEN).

EN 1607 was produced as a result of international discussion in which the United
Kingdom took an active part.

This British Standard is one of several general test methods for thermal insulating
products for building applications, the EN versions of which are being prepared in
CEN/TC 88. This British Standard will be implemented in the United Kingdom, and all
conflicting national standards or Parts of standards withdrawn, when the complete
series of standards comprising test methods and product specifications has been
published.

Cross-references
Publications referred to Corresponding British Standards

BS ISO 5725 Accuracy (trueness and precision) of
measurement methods and results

ISO 5725-1 : 1994 Part 1 : 1994 General principles and definitions

ISO 57252 : 1994 Part 2 : 1994 Basic methods for the determination of
repeatability and reproducibility of a standard
measurement method

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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