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National foreword

This British Standard is the UK implementation of EN 1676:2010. It
supersedes BS EN 1676:1997 which is withdrawn.

The UK participation in its preparation was entrusted to Technical
Committee NFE/35, Light metals and their alloys.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.

Compliance with a British Standard cannot confer immunity
from legal obligations.

This British Standard Amendments/corrigenda issued since publication
was published under the

authority of the Standards
Policy and Strategy Date Comments
Committee on 31 March
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This European Standard was approved by CEN on 6 February 2010.
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Foreword

This document (EN 1676:2010) has been prepared by Technical Committee CEN/TC 132 “Aluminium and
aluminium alloys”, the secretariat of which is held by AFNOR.

This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, at the latest by September 2010, and conflicting national standards shall be
withdrawn at the latest by September 2010.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

CEN/TC 132 affirms it is its policy that in the case when a patentee refuses to grant licences on standardised
standard products under reasonable and not discriminatory conditions, then this product shall be removed
from the corresponding standard.

This document supersedes EN 1676:1998.

Within its programme of work, Technical Committee CEN/TC 132 entrusted CEN/TC 132/WG 10 "Castings" to
revise EN 1676:19986.

In addition to some additional minor and editorial changes, the following technical modifications were
introduced during the revision:

a) New normative references were added (EN 12258-1, EN 14242 and EN 14361)). Normative reference to
N 1SO 9000-1| was deleted.

b) Term and definition 3.8, order document, was added.

c) New notes on Clauses 5.3 and 5.5 were added.
d) Clause 6.1, Chemical analysis, was modified.
e) New note on Clause 6.2 was added.
f)  Clause 6.3, Rounding rules for determination of compliance, was added.
g) InTable 1, the following alloys were deleted:

1) EN AB-45200 [EN AB-Al Si5Cu3Mn];

2) EN AB-51000 [EN AB-Al Mg3(b)];

3) EN AB-71000 [EN AB-Al Zn5Mg].
h) In Table 1, the following new alloys were added:

1) EN AB-21200 [EN AB-Al Cu4MnMg];

2) EN AB-43500 [EN AB-Al Si10MnMg];

3) EN AB-44500 [EN AB-Al Si12(Fe)(b)];

4) EN AB-45500 [EN AB-AI Si7Cu0,5Mg];
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5) EN AB-48100 [EN AB-Al Si17Cu4Mg];
6) EN AB-51500 [EN AB-Al Mg5Si2Mn];
7) EN AB-71100 [EN AB-Al Zn10Si8Mg].
i) InTable 1, footnotes “b” to “f” were added.
i) A Bibliography was also added.
According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech

Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, lItaly, Latvia,

Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain,
Sweden, Switzerland and the United Kingdom.
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