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European foreword 

This document (EN 16776:2016) has been prepared by Technical Committee CEN/TC 134 “Resilient, 
textile and laminate floor coverings”, the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2016, and conflicting national standards 
shall be withdrawn at the latest by September 2016. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent 
rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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1 Scope 

This European Standard specifies the characteristics of heterogeneous resilient floor coverings based 
on polyurethane with thermosetting properties supplied in either roll, planks or tile form. This 
specification does apply for floor covering consisting of a wear layer and other compact layers made 
from polyurethane which differ in composition, chemical crosslinking and/or design and can contain a 
decor layer, reinforcement and other backing. 

This specification does not apply for floor coverings that are specified in EN ISO 10582, EN ISO 24011, 
EN 1817 or EN 14565. 

To encourage the consumer to make an informed choice, the standard includes a classification system 
(see EN ISO 10874) based on intensity of use, which shows where these floor coverings should give 
satisfactory service. It also specifies requirements for marking. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN 424, Resilient floor coverings — Determination of the effect of simulated movement of a furniture leg 

EN 425, Resilient and laminate floor coverings — Castor chair test 

EN 1471, Textile floor coverings — Assessment of changes in appearance 

EN ISO 105-B02, Textiles — Tests for colour fastness — Part B02: Colour fastness to artificial light: Xenon 
arc fading lamp test (ISO 105-B02) 

EN ISO 291, Plastics — Standard atmospheres for conditioning and testing (ISO 291) 

EN ISO 10874, Resilient, textile and laminate floor coverings — Classification (ISO 10874) 

EN ISO 23997, Resilient floor coverings — Determination of mass per unit area (ISO 23997) 

EN ISO 23999, Resilient floor coverings — Determination of dimensional stability and curling after 
exposure to heat (ISO 23999) 

EN ISO 24340, Resilient floor coverings — Determination of thickness of layers (ISO 24340) 

EN ISO 24341, Resilient and textile floor coverings — Determination of length, width and straightness of 
sheet (ISO 24341) 

EN ISO 24342, Resilient and textile floor-coverings — Determination of side length, edge, straightness and 
squareness of tiles (ISO 24342) 

EN ISO 24343-1, Resilient and laminate floor coverings — Determination of indentation and residual 
indentation — Part 1: Residual indentation (ISO 24343-1) 

EN ISO 24344, Resilient floor coverings — Determination of flexibility and deflection (ISO 24344) 

EN ISO 24346, Resilient floor coverings — Determination of overall thickness (ISO 24346) 

ISO 11378-1, Textile floor coverings — Laboratory soiling tests — Part 1: Kappasoil test 
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