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European foreword

This document (EN 17271:2019) has been prepared by Technical Committee CEN/TC 249 “Plastics”, the 
secretariat of which is held by NBN.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by December 2019, and conflicting national standards 
shall be withdrawn at the latest by December 2019.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic 
of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom.
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1	 Scope

This document specifies a test method for determining the peel strength of poly(vinyl chloride) (PVC) 
based profiles laminated with foils.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

EN  ISO  7500‑1, Metallic materials  — Calibration and verification of static uniaxial testing machines  — 
Part 1: Tension/compression testing machines — Calibration and verification of the force-measuring system 
(ISO 7500-1)

3	 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 IEC Electropedia: available at http://www.electropedia.org/

—	 ISO Online browsing platform: available at http://www.iso.org/obp

3.1
profile
product produced by extrusion

3.2
laminated profile
profile covered with a foil by means of adhesive

3.3
base profile
profile without foil

3.4
assembly
<adhesives> group of materials or parts, including adhesive, which have been placed together for 
bonding or which have been bonded together[SOURCE: EN ISO 10365:1995, 3.1 [1]] 

3.5
peel off
separation of foil from the base profile which results in adhesion failure (3.6) or cohesion failure (3.7)

NOTE Foil rupture is not considered as peel off.

3.6
adhesion failure
rupture of an adhesive bond in which the separation appears visually to be at the 
adhesive/adherent interface

NOTE See Figure 1.

[SOURCE: EN ISO 10365:1995, 3.2, modified — Note 1 to entry has been added [1]] 
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