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European foreword

This document (EN  17468‑2:2022) has been prepared by Technical Committee CEN/TC 128 “Roof 
covering products for discontinuous laying and products for wall cladding”, the secretariat of which is 
held by NBN.

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2022, and conflicting national standards 
shall be withdrawn at the latest by September 2022.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document is part 2 of the EN 17468 series and deals with profiled sheets, whereas part 1 deals 
with flat sheets.

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website.

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic 
of North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom.
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Introduction

Different fibre-cement profiled sheets on the market are assessed for pull through resistance.

Fibre-cement profiled sheets have been evaluated for pull through and shear resistance by a number of 
test methods designed to simulate conditions of use.

The results from the different existing methods are not directly comparable.

This document establishes an agreed method for evaluation of the pull through resistance of fibre-
cement profiled sheet products, based on the experiences obtained over the last number of years in 
different countries. The document is partly based on the French national standard NF P30‑311.

This is a testing standard with no classifications, but this test procedure may be used by national 
regulators to set classifications for roof and wall assemblies.

The performance of an assembly constructed with these products depends not only on the properties 
of product as required by this document, but also on the design, construction and performance of an 
assembly to be assessed by appropriate methods such as calculations or testing.
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1	 Scope

This document specifies test methods for pull through (tension/compression testing for fasteners 
through the sheets) and shear resistance of fibre-cement profiled sheets according to EN  494. The 
results are only applicable to the fibre-cement product and not to the complete fixing assembly.

It applies only to products as delivered.

The field of application for pull through resistance is defined in 7.6.

The field of application for shear resistance is defined in 8.6.

NOTE	 For design purposes of fibre-cement profiled sheets in the final application, the failure modes pull-out 
and breaking of the fixings or substructure are not in the scope of this standard. They might become decisive 
and need to be tested or calculated according to the relevant design standards for fixings (e.g. Eurocode 3 for 
steel, Eurocode 5 for wood and Eurocode 9 for aluminium substructures) and compared with the results for pull-
through and shear resistance.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

EN 494:2012+A1:2015, Fibre-cement profiled sheets and fittings - Product specification and test methods

EN 1990, Eurocode - Basis of structural design

EN ISO 7500‑1, Metallic materials - Calibration and verification of static uniaxial testing machines - Part 
1: Tension/compression testing machines - Calibration and verification of the force-measuring system 
(ISO 7500-1)

3	 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://www.iso.org/obp 

—	 IEC Electropedia: available at https://www.electropedia.org/ 

3.1
profiled sheet
as defined in EN 494 

3.2
type test
test carried out to demonstrate conformity with the requirements of this document or for approval of a 
new product and/or when a fundamental change is made in formulation and/or method of manufacture 
the effects of which cannot be predicted on the basis of previous experience

NOTE The test is performed on the delivered product, but is not required for each batch.

3.3
as delivered
same condition as the fibre-cement producer intends to supply the product after completing all aspects 
of the process including maturing and, when appropriate, painting
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3.4
span
distance between the parallel support axes

3.5
lap
overlap
amount one sheet overlaps another at either the end (end lap) or the side (side lap)

4	 Symbols and abbreviations

For the purpose of this document, the following symbols and abbreviations apply.

a it can be the deformation or the pitch of the corrugation as defined in EN 494

b dimension of the specimen as defined in EN  494

e thickness of a sheet, in millimetres

em average thickness of sheets, in millimetres

enom nominal thickness of the sheet according to EN 494, in millimetres

Em bending modulus of elasticity

F load

Fax pull through load at failure

Fax,m average pull through load at failure

Fel load at the intersection of the test diagram and the 10 % reduced linear regression of the E 
modulus

Fel,i load of test i at intersection of the test diagram and the 10 % reduced linear regression of 
the E modulus (see Figure 6)

Fmax,i breaking load of test i

Fv shear load at failure

Fv,k characteristic shear load at failure

Fv⊥ maximum shear load perpendicular to the corrugation

Fv∥ maximum shear load parallel to the corrugation

Fm the average failure load for pull through/shear resistance

Fvm average shear load at failure

Mi,test bending moment at rupture as defined in EN 494 for test i with respect to the chosen test 
conditioning “test”, e.g. when the conditioning is “wet”, it reads: Mi,wet

ht dimension from the extreme top of the corrugation to the neutral axis

hb dimension from the extreme bottom of the corrugation to the neutral axis

k statistical factor derived from EN 1990
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Inom second moment of area, also known as area moment of inertia, of fibre-cement profiled sheets 
(nominal thickness)

ls clear span between the supports in the breaking load test or span between the centre of 
the supports in the bending moment test as defined in EN 494; in millimetres

lmin,long the minimum edge distance longitudinal to the direction of the corrugation

lmin,perp the minimum edge distance perpendicular to the direction of the corrugation

f bending strength at rupture

fBL bending strength in the longitudinal direction, from breaking load testing

fBM bending strength in the transverse direction, from bending moment testing

fBL,k characteristic bending strength in the longitudinal direction, from breaking load testing

fBL,0.5 5 % quantile of the bending strength in the longitudinal direction

fel bending strength by the load Fel,i at the intersection of the test diagram and the 10 % reduced 
linear regression of the E modulus (see Figure 6)

fel,mean mean value of the yield strength

fBL,el,mean mean value of the yield strength in the longitudinal direction

fBM,k characteristic bending strength in the transverse direction, from bending moment testing

fBM,0.5 5 % quantile of the bending strength in the transverse direction

fBM,el,mean mean value of the yield strength in the transverse direction

fk characteristic bending strength

fd design bending strength

fBL,d design bending strength in the longitudinal direction, from breaking load testing

fBM,d design bending strength in the transverse direction, from bending moment testing

f0.5 5 % quantile of the maximum bending strength

R2 in statistics, the coefficient of determination “R squared”, is the proportion of the variance 
in the dependent variable that is predictable from the independent variable(s)

Ri mean quotient of the modulus of rupture of exposed and unexposed specimen, where “i” shall 
stand for either of the following testing options: 1) testing freeze-thaw, 2) soak-dry and 3) 
warm-water according to EN 494

RL,i mean quotient of the modulus of rupture of exposed and unexposed specimen at 95 % con‑
fidence level as defined in EN 494, where “i” shall stand for either of the following testing 
options: 1) freeze-thaw, 2) soak-dry and 3) warm-water according to EN 494

Rk characteristic resistance

Rax,k characteristic pull through resistance

Rax,m average pull through resistance

Rv,k characteristic shear resistance
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