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National foreword

This British Standard is the UK implementation of EN 1774:1997.

Together with BS EN 12844:1999 it partially supersedes |BS 1004:1972
and DD 139:198@, which are withdrawn.

The UK participation in its preparation was entrusted to Technical Committee
NFE/8, Zinc and zinc alloys.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of a
contract. Users are responsible for its correct application.

Compliance with a British Standard cannot confer immunity from
legal obligations.

Amendments /corrigenda issued since publication

Amd. No. Date Comments
10047 June 1998 Addition of supersession details in
Corr. No. 1

National Foreword

30 June 2009

Supersession details updated in
National Foreword, and alignment of
BSI and CEN publication dates
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EUROPAISCHE NORM September 1997

ICS 77.120.60; 77.150.60

Descriptors: Zinc, zinc alloys, ingots, liquids, designation, specifications, chemical composition, marking, labelling

English version

Zinc and zinc alloys — Alloys for foundry purposes —
Ingot and lLiquid

Zinc et alliages de zinc — Alliages pour fonderie —  Zink und Zinklegierungen — Gufdlegierungen —
Lingots et liquide In Blockform und in fliissiger Form

This European Standard was approved by CEN on 9 August 1997. CEN members
are bound to comply with the CEN/CENELEC Internal Regulations which stipulate
the conditions for giving this European Standard the status of a national standard
without any alteration.

Up-to-date lists and bibliographical references concerning such national standards
may be obtained on application to the Central Secretariat or to any CEN member.

This European Standard exists in three official versions (English, French, German).
A version in any other language made by translation under the responsibility of a
CEN member into its own language and notified to the Central Secretariat has the
same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Czech
Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europiisches Komitee fiir Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels
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