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European foreword 

This document (EN 17940:2025) has been prepared by Technical Committee CEN/TC 129 “Glass in 
building”, the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2025, and conflicting national standards shall 
be withdrawn at the latest by September 2025. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the United 
Kingdom. 
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1 Scope 

This document specifies the composition, tolerances and characteristics, i.e. mechanical, acoustic, optical 
and thermal properties, of folio interlayers for the manufacturing of laminated glass and laminated safety 
glass for use in buildings and construction works and it defines their general quality criteria. 

This document does not apply to interlayers for laminated glass which are achieved by pouring the 
interlayer material in liquid state on or between the plies of glass or plastic glazing sheet material 
generally followed by drying or by chemical or ultraviolet curing. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 410:2011, Glass in building — Determination of luminous and solar characteristics of glazing 

EN 16613:2019, Glass in building — Laminated glass and laminated safety glass — Determination of 
interlayer viscoelastic properties 

EN ISO 489:2022, Plastics — Determination of refractive index (ISO 489:2022) 

EN ISO 1183-1:2019, Plastics — Methods for determining the density of non-cellular plastics — Part 1: 
Immersion method, liquid pycnometer method and titration method (ISO 1183-1:2019, Corrected version 
2019-05) 

EN ISO 1716:2018, Reaction to fire tests for products — Determination of the gross heat of combustion 
(calorific value) (ISO 1716:2018) 

EN ISO 11357-4:2021, Plastics — Differential scanning calorimetry (DSC) — Part 4: Determination of 
specific heat capacity (ISO 11357-4:2021) 

EN ISO 12543-1:2021, Glass in building — Laminated glass and laminated safety glass — Part 1: 
Vocabulary and description of component parts (ISO 12543-1:2021) 

EN ISO 12543-2:2021, Glass in building — Laminated glass and laminated safety glass — Part 2: 
Laminated safety glass (ISO 12543-2:2021) 

EN ISO 12543-3:2021, Glass in building — Laminated glass and laminated safety glass — Part 3: 
Laminated glass (ISO 12543-3:2021) 

EN ISO 12543-4:2021, Glass in building — Laminated glass and laminated safety glass — Part 4: Test 
methods for durability (ISO 12543-4:2021) 

EN ISO 12543-5:2021, Glass in building — Laminated glass and laminated safety glass — Part 5: 
Dimensions and edge finishing (ISO 12543-5:2021) 

EN ISO 12543-6:2021, Glass in building — Laminated glass and laminated safety glass — Part 6: 
Appearance (ISO 12543-6:2021) 

EN ISO 22007-4:2024, Plastics — Determination of thermal conductivity and thermal diffusivity — Part 4: 
Light flash method (ISO 22007-4:2024) 
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