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Foreword 

This document (EN 196-5:2011) has been prepared by Technical Committee CEN/TC 51 “Cement 
and building limes”, the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2011, and conflicting national standards 
shall be withdrawn at the latest by September 2011. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such 
patent rights. 

This document supersedes EN 196-5:2005. 

This European Standard on the methods of testing cement comprises the following Parts: 

− EN 196-1, Methods of testing cement — Part 1: Determination of strength; 

− EN 196-2, Methods of testing cement — Part 2: Chemical analysis of cement; 

− EN 196-3, Methods of testing cement — Part 3: Determination of setting times and 
soundness; 

− CEN/TR 196-4, Methods of testing cement — Part 4: Quantitative determination of 
constituents; 

− EN 196-5, Methods of testing cement — Part 5: Pozzolanicity test for pozzolanic cement; 

− EN 196-6, Methods of testing cement — Part 6: Determination of fineness; 

− EN 196-7, Methods of testing cement — Part 7: Methods of taking and preparing samples of 
cement; 

− EN 196-8, Methods of testing cement — Part 8: Heat of hydration — Solution method; 

− EN 196-9, Methods of testing cement — Part 9: Heat of hydration — Semi-adiabatic method; 

− EN 196-10, Methods of testing cement — Part 10: Determination of the water-soluble 
chromium (VI) content of cement. 

NOTE A previous part, EN 196-21: Methods of testing cement — Part 21: Determination of the chloride, 
carbon dioxide and alkali content of cement, has been revised and incorporated into EN 196-2. 

This edition introduces the following technical changes based on comments received by the 
secretariat: 

a) the procedure, reagents and layout of the standard have been aligned with the relevant clauses of 
EN 196-2; 

b) the procedure for preparation of a test sample has been clarified; 
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